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ABSTRACT 

Joining and Deformation Processes with Corrosion Resistance 

Grant Brandal 

Dissimilar metal joining was performed with the main goal being maximization of the strength of 

the joined samples, but because of some potential applications of the dissimilar joints, analyzing 

their corrosion behavior also becomes crucial.  Starting with materials that initially have suitable 

corrosion resistance, ensuring that the laser processing does not diminish this property is 

necessary.  Conversely, the laser shock peening processing was implemented with a complete 

focus on improving the corrosion behavior of the workpiece.  Thus, many commonalities occur 

between these two manufacturing processes, and this thesis goes on to analyze the thermal and 

mechanical influence of laser processing on materials’ corrosion resistances. 

Brittle intermetallic phases can form at the interfaces of dissimilar metal joints.  A process called 

autogenous laser brazing has been explored as a method to minimize the brittle intermetallic 

formation and therefore increase the fracture strength of joints.  In particular, joining of nickel 

titanium to stainless steel wires is performed with a cup/cone interfacial geometry.  This 

geometry provides beneficial mechanical effects at the interface to increase the fracture strength 

and also enables high-speed rotation of the wires during irradiation, providing temperature 

uniformity throughout the depth of the wires.  Energy dispersive X-ray spectroscopy, tensile 

testing, and a numerical thermal modelling are used for the analysis. 

The material pair of nickel titanium and stainless steel have many applications in implantable 

medical devices, owing to nickel titanium’s special properties of shape memory and 

superelasticity.  In order for an implantable medical device to be used in the body, it must be 

ensured that upon exposure to body fluid it does not corrode in harmful ways.  The effect that 



laser autogenous brazing has on the biocompatibility of dissimilar joined nickel titanium to 

stainless steel samples is thus explored.  While initially both of these materials are considered to 

be biocompatible on their own, the laser treatment may change much of the behavior.  Thermally 

induced changes in the oxide layers, grain refinement, and galvanic effects all influence the 

biocompatibility.  Nickel release rate, polarization, hemolysis, and cytotoxicity tests are used to 

help quantify the changes and ascertain the biocompatibility of the joints. 

To directly exert a beneficial influence on materials’ corrosion properties laser shock peening 

(LSP) is performed, with a particular focus on the stress corrosion cracking (SCC) behavior.  

Resulting from the combination of an applied load on a susceptible material exposed to a 

corrosive environment, SCC can cause sudden material failure.  Stainless steel, high strength 

steel, and brass are subjected to LSP and their differing corrosion responses are determined via 

cathodic charging, hardness, mechanical U-bend, Kelvin Probe Force Microscopy, and SEM 

imaging.  A description accounting for the differing behavior of each material is provided as well 

as considerations for improving the effectiveness of the process. 

SCC can occur by several different physical processes, and to fully encapsulate the ways in 

which LSP provides mitigation, the interaction of microstructure changes induced by LSP on 

SCC mechanisms is determined.  Hydrogen absorbed from the corrosive environment can cause 

phase changes to the material.  Cathodic charging and subsequent X-ray diffraction is used to 

analyze the phase change of sample with and without LSP processing.  Lattice dislocations play 

an important role, and transmission electron microscopy helps to aid in the analysis.  A finite 

element model providing spatially resolved dislocation densities from LSP processing is 

performed. 
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Figure 3 Mode I stress intensity (KI) and Mode II stress intensity (KII) versus angle of interface, 

for a constant uniaxial load.  The interfacial area is superimposed over-top, indicating that 

as the cones become sharper, the area increase results in a decrease of stress intensity. 

Figure 4 Longitudinal sectioned time snapshot of thermal accumulation in 90° cones.  

Corresponding times are:  (a) 1s, (b) 4s, (c) 6.8s (laser has shut off).  Laser location 

indicated by white dotted line.  Power:  15W,  Angular velocity: 3000°/s 

Figure 5 Uniformity along line segment 1-2 on the interface.  As the angular velocity is 

increased, the thermal distribution becomes more even and the average temperature rises. 

Figure 6 Time history of points 1 and 2 along the interface from Figure 2, compared to points at 

the top and bottom of the interface of wires with flat interfaces.  Temperature difference 

between the 2 points on the rotated wires throughout the laser scan is minimal.  Laser 

power is 15 W for the rotated wires, and 35W for the flat interfaces. 

Figure 7 Images of four different combinations of power and cone angle.  The outer surface near 

the joint of the 90° wires experienced more deformation.  Rotational velocity is held 

constant at 3000°/s. 

Figure 8 Longitudinal section image of a 120° cone processed at a power of 15W.  The arrows 

indicate the paths of EDX line scans. 

Figure 9 Longitudinal section image of a 120° cone processed at a power of 17W.  Excessive 

melting and deformation is present on the outer surface. 

Figure 10 EDX line scan across line II, indicating the mixing occurring in the joint.  Sample 

irradiated at 13W. 

Figure 11 EDX line scan across region II indicated in Figure 8.  Gradual decrease of 

concentration across the width of the interface is indicative of diffusion.  Sample 

irradiated at 15W. 

Figure 12 EDX compositional map, corresponding to the longitudinal sectioned image of Figure 

8, showing iron (red), nickel (green), and titanium (blue).  Laser power is 15W. A mixing 

region is observed along the interface, the width of which decreases towards the center of 

the wire.  This indicates that the lighter colored regions along the interface of the 

longitudinal sectioned images are indeed the mixed regions. 

Figure 13 Increase of load at fracture with increasing laser power input.  Standard error for each 

level is indicated.  Note that the 90° wires are stronger than the 120° wires at every power 

except for 17W. 

Figure 14 Stress at fracture over a range of power levels.  The 90° wires are consistently stronger 

than the 120° wires, which is consistent with predictions.  . 
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Figure 15 Comparison of fracture strength between two different angles.  The percentage scale 

on the left is how much stronger the 90° joint is compared to the 120° joint, for given 

power and angular velocities.  As the power is increased, the difference between the two 

geometries reduces.  This graph does not indicate which parameters gave the best overall 

results, but simply indicates the difference between the two angles. 

Figure 16 Maximum average strength at fracture achieved for each wire geometry.  Standard 

error is indicated.  The 180° samples are the non-rotated, flat interfaces.  Both of the 

conical wires have much higher fracture strengths. 

Figure 17 Fracture surface indicating brittle transgranular fracture.  90° interface, 17 W, 3000°/s.  

Fractured at 200 MPa, along a surface not corresponding to the material interface. 

Figure 18 Fracture surface of a sample that broke at 393 MPa, which was the highest strength 

achieved.  The original cup and cone geometry was intact after fracture.  Quasi-cleavage is 

apparent, indicating a better joint than Figure 17. 
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Figure 1 Schematic diagram illustrating the autogenous laser brazing setup.  The wires are 

rotated, while the laser simultaneously scans towards the interface, but is turned off before 

crossing over to the stainless steel side.  The angle θ corresponds to the apex angle of the 

cup/cone configuration. 

Figure 2 Visual description of the numerical model used for prediction of the galvanic current.  

Laplace’s equation is solved in the electrolyte PBS.  Material properties are taken into 

account as the relevant boundary conditions along the bottom border.  The function fi(φ) is 

the polarization response for the respective material. 

Figure 3 Polarization response of metal samples in PBS solution.  The solid lines indicate 

measurements, while the dashed lines are approximations.  The more electronegative 

equilibrium potential of the NiTi will cause it to experience anodic effects, while the 

stainless steel is cathodic.  When the transition from the base materials goes through the 

two intermediary phases, the corrosion current gets significantly reduced.  This data was 

used for fi(φ) in Figure 2. 

Figure 4 Numerical simulation results for the distribution of the electric potential in the PBS 

solution.  The gradient of this field gives the direction of electron flow, and is denoted via 

the arrows.  At either extreme along the bottom boundary, the potential approaches the 

equilibrium potential of the respective material nearby. 
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Figure 5 Distribution of electron flow along the lower boundary of Figure 4, corresponding to the 

corrosion current.  The dotted lines are for a electrolytic conductivity that is only 10% that 

of the solid lines, causing a more non-uniform distribution. 

Figure 6 Total amount of nickel released from joined samples as a function of time.  The two 

different processing parameters of low and high energy inputs have similar profiles, but 

are noticeably higher than the base NiTi.  This NiTi has undergone a previous heat 

treatment; non-treated NiTi has a release profile higher than the treated samples in here in 

our case. 

Figure 7 Optical images comparing the interface regions for two different laser power levels.  

Both underwent a rotational speed of 3000°/sec, (a) had a laser power of 15 W while (b) 

was irradiated at 13W.  The HAZ of the NiTi progresses through several regions before 

the material starts to bow out at the interface. 

Figure 8 SEM image of the outside interface for a joined sample.  Roughness and non-uniformity 

is evident in this region, making it susceptible to effects such as pitting and crevice 

corrosion. 

Figure 9 Surface corrosion at the mixed interface region after 6 days (a) and 15 days (b) of 

exposure to the simulated body fluid.  Both samples were joined at 17 W and 1500°/sec.  

Rather uniform texture is seen in (a), but this surface becomes much rougher as corrosion 

proceeds, as evidenced by the sharper regions found in (b). 

Figure 10 Optical micrograph at the interface of a longitudinally sectioned sample.  Distinct 

grains are clearly visible in the NiTi on the left hand side, with size increasing nearer to 

the interface.  The inset shows an enlarged image near the outer edge, where the 

combination of stress and elevated temperatures resulted in dynamic recrystallization.  

This is a region that recrystallized without having reached the melting temperature. 

Figure 11 EBSD unique grain map in a region of NiTi far from the interface.  The rather small 

grain size may be an effect of previous cold working.  When compared with the sizes of 

Figure 10, it is clear that the thermal accumulation of the interface results in significant 

grain growth. 

Figure 12 EBSD phase map in a HAZ of the stainless steel.  At elevated temperatures, stainless 

steel may become sensitized by precipitation of chromium along grain boundaries.  This is 

a representative image of the whole region, and chromium precipitation was never 

detected.  Thus, the biocompatibility of the stainless steel is not harmed by the laser 

joining process. 

Figure 13 Images of the border of the heat affected zone and base material in the NiTi, as 

indicated by the inset region of Figure 1.  More corrosion is evident in the lower power 

sample of (a) than for the higher power of (b).  This is evidence that more intermetallic 

formation at the interface may act as an electrical resistance, effectively reducing the flow 

of the galvanic current. 
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Figure 14 Hemolysis testing for two different laser processing parameters.  Slightly more 

hemolytic properties are found in the sample irradiated with higher energy, but both are 

well within the biocompatible, safe zone.  Error bars indicate standard error. 
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Figure 1  LSP indentation profile of a stainless steel sample irradiated at 250 mJ with a spot size 

of 0.9 mm.  The two lines are traces across perpindicular directions. 

Figure 2  Indentation profile of brass LSP processed at 250 mJ.  More surface roughening effects 

are visible than on the stainless steel sample. 

Figure 3  Morphology of a patterned brass sample after LSP processing.  Individual indentations 

are still visible because of the 0% overlap condition. 

Figure 4  Hardness increases after cathodic charging on stainless steel samples, caused by 

increased hydrogen absorption into the lattice.  The values on the abscissa correspond to 

the amount of overlapping between adjacent LSP pulses, and 2X indicates that the surface 

was treated with two passes.  As the level of LSP processing increases, the amount of 

hardness changes via hydrogen decreases. 

Figure 5  Hardness increases of AISI 4140 steel after cathodic charging.  The level of LSP 

processing causes the hydrogen effects to be lessened, indicating mitigation to hydrogen 

embrittlement.  The percent increases are lesser than for the stainless steel show. 

Figure 6  SEM micrograph of the side of an untreated stainless steel U-bend specimens after 1 hr 

of exposure to boiling magnesium chloride.  

Figure 7  Untreated (a) and LSP treated (b) images showing the edge of stainless steel U-bend 

samples, where the bottom part of these images is the outer surface.  LSP prevents cracks 

from propagating onto the outer surface in (b). 

Figure 8  Outer U-bent face for untreated stainless steel samples.  Indicated by the arrow, 

cracking has occurred for the untreated sample, but was been prevented from occurring on 

the LSP treated sample 

Figure 9  Optical micrographs of etched stainless steel samples exposed to 1 hr of boiling 

magnesium chloride.  (a) has not been LSP treated, and shows a combination of 

transgranular and intergranular fracture.  (b) has been LSP treated, where the fracture 

mechanism is now dominated by intergranular fracture.  The effects of increased hydrogen 

penetrating the lattice in (a) may cause the transgranular failure. 

Figure 10  Multiple cracks found in an AISI 4140 U-bend sample LSP three times at 300 mJ.  

Unlike the stainless steel, the high strength steel fails by many parallel cracks rather than 

one major failure. 

Figure 11  Mises stress in Pascals overlaid on the final deformed shape of a U-bend specimen 

from FEM simulation. 
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Figure 7  Increases to the dislocation density after LSP processing at 1.6 GPa, which act as an 

impediment to hydrogen induced martensite formation.  The largest increase is seen upon 

the initial incident pulse. 

Figure 8  Decrease in the diffusion coefficient after various levels of incident pressure from LSP 

processing.  The dotted line of dislocation density shows its inverse relationship to the 

diffusion coefficient. 

Figure 9  Distribution of dislocation cell size after 3 LSP impacts.  Symmetry is used along the 

boundary at the left side. 

Figure 10  Dislocation cell size for increasing number of incident LSP pulses at 4 depths. 

Figure 11  Asymptotic increase of the ratio of dislocation density in cell walls to cell interior. 

Figure 12  (a) Untreated sample showing lower densities of dislocations.  (b) Increase of 

dislocation density after 3 LSP impacts at 2.5 GW cm-2 

Figure 13  Pile ups of dislocations at the grain boundary.  Regions of twinning, indicated by the 

arrow and letter “T” are also found, with the inset a diffraction image indicative of lattice 

twinning. 

Figure 14  (a) Dislocation cell formation, with the inset diffraction image indicating no grain 

misorientation.  (b) Dislocation subgrain structure, where the formation of within individual 

grains ends at the grain boundaries. 

Figure 15  High magnification TEM showing resolved lattice structure 
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Chapter 1:  Introduction 

1.1 Laser Manufacturing Processes 

Lasers are a versatile tool for implementation of advanced manufacturing processes.  While the 

main method by which lasers impact materials is through transfer of thermal energy, the high 

controllability and precision of this heat input can be taken advantage of to achieve complex, and 

often surprising results.  Perhaps the most commonly known laser manufacturing processes are 

cutting and welding.  Fields such as the automotive industry have made extensive use of large 

scale laser welding.  In contrast, laser welding of integrated circuits has benefited from the small 

scale benefits and precision, thus illustrating the versatility of laser applications.  Other laser 

manufacturing process include engraving, forming, material deposition, and annealing.  This thesis 

will explore two different manufacturing processes, dissimilar material joining and laser shock 

processing, with a focus on the corrosion implications of the processing. 

In order to fully appreciate the versatility of laser manufacturing processes, differences in 

characteristics amongst lasers themselves must first be highlighted.  Distinctions are drawn 

between continuous wave and pulsed lasers.  A constant beam of energy is emitted from continuous 

wave lasers, whereas pulsed lasers emit individual bursts of incident photons.  In cases where 

uniform heating of a component is desired continuous wave lasers may be more applicable.  

Alternatively, higher intensities are often achievable by use of pulsed lasers and may be more 

suitable in applications such as ablation.  The response that a material has to an incident laser beam 

is a complex thermal problem, and cannot be completely prescribed via the consideration of only 

one parameter.  While laser power is often the most commonly discussed parameter of continuous 



2 

 

wave lasers, other parameters including the wavelength and interaction time will be likewise 

influential.  For manufacturing processes, the lasers wavelength is most crucial regarding the 

absorption into the material, so even if keeping all other parameters constant, changing the target 

material in a manufacturing process may result in the entire process having to be re-evaluated 

simply on the basis that different amounts of energy will be absorbed.  In effect, the wavelength 

dependent absorption is coupled to the power of the laser.  The pulse length also significantly 

affects the results in pulsed laser applications, and the time scale of pulse lengths for different 

processes can vary of several orders of magnitude, where widespread use has been made of both 

nanosecond (10-9 s-1) length pulses all the way down to femtosecond (10-15 s-1) pulses. 

The result is that many different types of lasers are required in order to realize the wide range of 

laser manufacturing applications, and the choice of which type of laser to use is not arbitrary, but 

rather it naturally becomes quite explicitly defined simply by the nature of the desired application.  

Carefully matching the right laser for each application must also be performed with consideration 

of the target material.  Once all of the parameters have been correctly identified, laser 

manufacturing processes are found to be a versatile tool capable of achieving many results that 

cannot be attained via traditional processes. 

1.2 Dissimilar Material Joining 

Joining of dissimilar materials is an effective method for exploiting beneficial characteristics of 

particular materials in different regions of a component, including toughness, corrosion, wear 

resistance, and flexibility.  Cost reduction can also be achieved by only implementing certain 

materials in crucial regions, and by the same means weight reduction is also attainable.  This can 
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be implemented on both large scales, including aerospace, or on small scales like implantable 

medical devices. 

Various different types of products have been greatly improved by joining of dissimilar material.  

One example is pacemakers, where platinum is required to be joined onto stainless steel wires.  

The platinum acts as an electrode for efficient current transfer, but because of its extremely high 

cost it is joined onto stainless steel in less crucial areas.  Another example is golf clubs – a field 

where the manufacturers are in constant, heated competition to create the highest performing 

products to directly benefit the consumer.  The golf club face (the region which impacts the ball) 

requires hard, wear resistant surfaces [1], while weight reduction is more important in the other 

regions.  Exploiting more subtle types of properties can also become essential, particularly for 

some medical devices.  Stents are placed inside of blood vessels to prevent blockages.  Since this 

is internal of the human body, radiopacity is required in order to detect the device with imaging 

techniques.  Precise placement of the stent is required for success of the procedure, but some stent 

materials are not radiopaque and therefore cannot be clearly seen with X-ray imaging.  To alleviate 

this problem, joining a dissimilar, radiopaque material onto the stent will provide markers for clear 

identification and locating of the device [2]. 

1.2.1 Nickel Titanium 

1.2.1.1 SHAPE MEMORY AND SUPERELASTICITY 

Nickel titanium (NiTi) is a very unique material which possess shape memory and superelastic 

properties, both of which are enabled by the microstructure.  NiTi was originally known as Nitinol, 

a portmanteau of NiTi and the place of its discovery the Naval Ordnance Lab (NOL).  After 
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deformation, subsequent heating of NiTi causes the material to return to its initial, undeformed 

shape – this is the shape memory effect.  Superelasticity allows for the material to experience 

extensive amounts of extension without sustaining any permanent deformation.  The difference of 

which of these phenemonon occurs is dependent on the temperature at which the deformation 

occurs.  At low temperatures the material is in the martensite phase, but at elevated temperatures 

the material becomes austenitic.  NiTi that is deformed while in the martensite phase will be 

capable of experiencing shape memory, while that which is deformed while in the austenitic phase 

will undergo superelasticity.   

With the phase transformation guiding the mechanical behavior, four transition temperatures 

become important:  martensite start (Ms) and finish (Mf) temperatures and the austenite start (As) 

and finish (Af) temperature.  For a material initially in the low temperature martensite phase, upon 

heating a transformation to austenite will begin at the austenitic start temperature.  The transition 

will complete, resulting in full austenite, once the austenite finish temperature is reached.  

Similarly, upon cooling of the material the transition to martensite will begin at the martensitic 

start temperature and complete once the martensitic finish temperature has been reached.  Typical 

values of these transition temperatures are Ms=37 °C, Mf=21 °C, As=58 °C, and Af=70 °C [3].  

These temperatures can be tailored based on variations to the ratio of nickel to titanium, so that 

whichever phase is desired for particular applications can be obtained.  Of particular note is that 

these transition temperatures are across the range of room temperature.  As opposed to some other 

metallurgical processes that require temperature extremes, NiTi experiences phase changes at 

reasonable temperatures that would be expected to be reached for numerous types of consumer 

applications as well is internal to the human body. 
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Figure 1  Process of shape memory by the martensite transformation in NiTi  [4].  The 

deformation step occurs via detwinning to allow for recovery of the initial shape. 

Figure 1 illustrates the mechanics of the shape memory process which is dependent on the self-

accommodation of the martensite phase.  After starting with an initial shape in the austenitic phase 

in (a), cooling below the martensite transition temperature forms twinned martensite.  Self –

accommodation refers to the fact that twin boundaries form on invariant planes of the 

microstructure, but the overall macroscopic shape of the material remains the same as the initial 

austenite.  Deformation occurs by detwinning of the martensite phase, producing a shape that is 

different from the original.  Recovery of the initial shape is then achieved by heating the detwinned 

and deformed martensite above the austenite transition temperature, as seen in the completion of 

the loop from (c) to (a).  This process is a one-way shape memory effect since the shape of the 

deformed structure is forgotten upon heating.  By a slightly different process, a two way shape 

memory effect can be attained, so that thermally cycling between high and low temperatures results 
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in the material flipping between two prescribed shapes.  Training of the material is required for 

the two way effect, which involves additional deformation to the deformed martensite phase to 

generate lattice dislocations [5].  The dislocations remain in the microstructure during heating, and 

their presence thereby remembers the initial shape of the material.  Heat treating of the material 

allows for alteration of the transition temperatures, so that by localized heating of specific areas 

the shape memory response will become non-homogenous, so that complex motion can further be 

achieved. 

Superelasticity is similarly dependent on the phase transformations, but for the NiTi to exhibit this 

property it must be deformed while in the austenitic phase.  The applied stress causes martensite 

to become stable at temperatures above the initial transition temperature, as described by the 

Clausius-Clapeyron equation.  Once this stress induced martensite has formed, additional elastic 

deformation of the material is accommodated via detwinning, which enables recoverable 

deformation of levels up to 11%. 

1.2.1.2 DEVICE APPLICATIONS 

Exploitation of shape memory and superelasticity enables devices with unique and important 

functionality.  The two-way shape memory effect can be used for micro-actuators [6], in such 

applications as robotics.  Separation nuts in aerospace applications have also made use of NiTi as 

an actuator to aid in automated release of payloads [7].  Superelasticity has been used in eyeglasses 

so that the wire frames do not permanently bend when they get accidentally deformed.  Additional 

advanced applications are also being developed, such as utilizing the shape memory effect to create 
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morphing structures to change the shape of aerodynamic components on airplane wings and 

engines during flight [8]. 

 

 

Figure 2  NiTi used as a guidewire for orthodontic braces [9].  The constant force exerted by the 

NiTi over a large range of strain provides good performance. 

Biomedical implementation of shape memory and superelasticity have become widespread.  The 

deformation induced phase transformation which enables superelasticity occurs at a constant 

stress, creating a plateau on a stress-strain curve.  Guidewires for orthodontic braces, as seen in 

Figure 2, have been used for applying a constant load over large ranges of strains along this plateau.  

Endoscopy rods consisting of grippers or scissors can be created and controlled on small scales 

[10] helping to increase the capabilities of laparoscopic surgical procedures.  Numerous forms of 

stents made from NiTi have also been created.  The superelasticity has been utilized to recover the 
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initial, expanded shape upon implantation in the artery.  Orthopedic applications of NiTi have also 

been developed, including spinal rods, medical staples, bone plates for repairing fractures, and 

knee replacement components [11]. 

1.2.2 Biocompatibility 

The use of NiTi for implantable medical devices requires that the material does not have 

detrimental interactions with the body.  Many complex biological interactions occur by the body 

when it is exposed to external materials, especially for extended time periods, and materials which 

do not cause harmful effects are considered as biocompatible.  Williams et al. have framed the 

situation as such, “The biocompatibility of a long term implantable medical device refers to the 

ability of the device to perform its intended function, with the desired degree of incorporation in 

the host, without eliciting any undesirable local or systemic effects in that host” [12].  Distinctions 

in the biocompatibility requirements then naturally arise based on the different applications and 

durations of exposure for various implantable medical devices.  Material factors including 

mechanical behavior, porosity, topography, crystallinity, and corrosive products all must be 

considered and properly matched before implementation.  In this thesis, biocompatibility will 

focus on the released corrosive products as well as the microbiological influence rather than on 

finding suitable mechanical parameters for the materials that match the body’s natural components. 

The biocompatibility of different elements can widely vary.  One half of NiTi’s composition is 

nickel, which is one of the elements most known for causing biocompatibility concerns.  Despite 

the fact that nickel is an essential nutrient, elevated levels of nickel have serious consequences.  

Nickel concentrations in serum as low as 13 µg/L have been found to cause nausea, headache, 
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cough, shortness of breath, and even potential hospitalization [13].  Additionally, nickel can 

become carcinogenic at prolonged and elevated exposure levels [14].  So in order to use equiatomic 

NiTi for implantable medical devices an understanding of why the nickel will not have deleterious 

effects must be provided.  Titanium is more reactive with air, and forms a protective titanium oxide 

layer encasing the material, thus preventing leaching of nickel ions into the body.  Numerous 

studies have reported the amount of nickel that is released from NiTi in corrosion studies, and the 

values have widely varied, a possible result of the sensitivity of the oxide layer to manufacturing 

conditions, particularly heat treatment history and surface roughness.  Ensuring uniformity of 

oxide layer thickness helps to minimize the nickel release rate [15].  By comparing NiTi wires 

with identical compositions, Shabalovskaya et al. found a nearly 2 order of magnitude difference 

in the nickel release rate based on the dies used for the wire drawing [16].  Thus all steps of the 

manufacturing process must be carefully considered.  Control over the oxide layer and its 

composition can be achieved via heat treating, as reported by Firstov et al. [17], with oxidation at 

temperatures above 500 °C providing the best results.  The sensitivity of NiTi’s biocompatibility 

to oxide composition, and its response to heat treatment, introduce processing concerns for laser 

joining.  Even if the laser processing results in mechanically strong joints, destruction or alteration 

of the oxide layer that can reduce the material’s biocompatibility would restrict the implementation 

of the joining technology. 

1.2.3 Autogenous Laser Brazing 

Metallurgical complications create difficulties for dissimilar material joining.  When components 

from the two materials mix together they can form brittle intermetallic phases.  Such phases easily 

fracture, resulting in poor durability of the joint.  Stainless steel is a common material used in 
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medical device applications.  The study of joining NiTi to stainless steel is carried out in this thesis, 

but this material pair readily forms several different types of brittle intermetallic phases.  To 

achieve dissimilar metal joining, a process called autogenous laser brazing has been developed.  

The name is derived from the fact that mixing of the two base materials is prevented, as in brazing, 

and the absence of an additional interlayer makes it an autogenous process.  In this, thermal 

accumulation at the interface is used to minimize the amount of melting which occurs, and 

subsequently preventing large regions of intermetallics [18].  For joining of wires, temperature 

uniformity throughout the radial direction is crucial so that the entire interface reaches the joining 

temperature simultaneously.  Previous implementation of autogenous laser brazing used thin wire, 

but for applications requiring thicker diameters the process must be tailored.  A thermal model 

describing this situation is provided in Chapter 2, but the most important aspect regarding the 

physical implementation is that rotation of the wires during irradiation achieves this desired 

uniformity throughout the wire’s thickness.  The laser spot size is the same as the diameter of the 

wires, and the scan starts a set distance away from the interface.  Simultaneous rotation and linear 

motion towards the interface results effective uniform heating throughout the wires. 



11 

 

 

Figure 3  Autogenous laser brazing experimental setup. 

The experimental setup for performing autogenous laser brazing is shown in Figure 3.  A rotary 

motion stage is fixed to a vertical positioning stage, which is then mounted onto an X-Y positioning 

system.  One of the wires is clamped into the rotary stage, and then other is allowed to freely rotate.  

The sliding stage on the left hand side of the image is weight loaded and provides an axial force, 

pressing the two wires together.  Since the wire on the left side is mounted with a low-friction ball 

bearing, the friction at the interface enables it to rotate in synchronization with the rotary stage.  A 

benefit of using this passive system, rather than affixing both wires to rotary stages, is that precise 

synchronization between the two rotary stages would be required, as any slight differences in 

rotation speed or start/stop time would tear apart the newly formed joints.  Argon gas is flowed 

across the wires during irradiation to limit the effects of oxidation, and is supplied from the rubber 

tubes seen in Figure 3. 

Rotary stage 

XY motion stage Z positioning stage 

Laser focusing lens 

Argon gas 

Wires to be joined 

Sliding rail 
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1.3 Mitigation of Stress Corrosion Cracking 

1.3.1 Introduction to SCC 

The performance of a product can be harmfully impacted if it is exposed to corrosive environments.  

Material properties of its components will be degraded.  If the material is also simultaneously 

undergoing mechanical loading, the effects will be exaggerated.  This is known as environmentally 

induced cracking.  Environmentally induced cracking is composed of three subcategories:  stress 

corrosion cracking (SCC), corrosion fatigue cracking (CFC), and hydrogen embrittlement.  Each 

one of these classifications share similar traits, with the root mechanisms being very similar.  

Sometimes differentiations between the three cannot be made. 

From the corrosive environment, the hydrogen concentration is generally the preeminent factor.  It 

is hydrogen that interacts most readily with the metallic materials.  Stress corrosion cracking is the 

most common, and it is exactly as the name suggests:  cracking in the presence of both an applied 

stress and a corrosive fluid.  The applied stress could also be the result of a residual stress from 

previous manufacturing processes.  It results in a brittle failure, normal to the direction of loading.  

Either transgranular or intergranular fracture is possible, where transgranular is more likely to 

occur in planes that have low miller indices.  From a design perspective, the biggest problem is 

that stress corrosion cracking is difficult to make conclusive predictions of when and where it will 

occur.  It is highly dependent on the specific material/environment pair.  Failure can occur at levels 

below the material’s yield strength, sometimes as low as 5% that of the ultimate tensile strength.  

Corrosion fatigue cracking is caused when the applied stress in an SCC configuration fluctuates.  

Being less dependent on the corrosive environment than SCC, CFC also has blunter crack tips that 

are usually transgranular.  The third classification of environmentally induced cracking is 
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hydrogen embrittlement.  This occurs when hydrogen is able to penetrate into a crystal lattice, 

detrimentally affecting its structural integrity.  If it is detected early enough, the effects of hydrogen 

embrittlement can be reversed by low temperature baking.   

Instances where environmentally induced cracking are of concern are wide ranging, and detailed 

analysis of the system of interest must be made for full understanding.  Even if during the operation 

of a machine it has been determined that environmentally induced cracking should not occur, 

differences in the temperatures and stress levels during startup/shutdown procedures may be 

enough to have detrimental effects.  Often these additional considerations go unaccounted for.  

Welded zones are inherently susceptible, as they have initial cracks and pores the corrosive 

medium can easily penetrate into [19].  Alloys are generally more prone than pure elements are, 

as less homogeneity and more impurities in their crystal structure may increase adsorption and 

diffusion of harmful elemental atoms.  In addition, the corrosive environment does not even need 

to be very caustic, even moist air can be harmful. 

Since SCC, CFC, and hydrogen embrittlement are all rather similar, the physical mechanisms 

causing these processes can be described together.  Traditional corrosion is a result of chemical 

reactions taking place that are minimizing the free energy of surfaces contacted with an electrolytic 

material, e.g. steel forming rust when exposed to water.  The material erodes away, resulting in 

mass loss.  Environmentally induced cracking is different in that very little material is eroded away, 

as evidenced by matching opposing sides of fracture surfaces.  It is sudden failure.  This makes 

inspections very difficult, as the onset of environmentally induced cracking is hard to detect. 
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Figure 4  Increase of the amount of hydrogen absorbed with decreasing applied potentials [20].   

Within crevices on a material’s surface, hydrolysis may acidify the electrolyte.  Thus, the pH 

within the crevices does not match the pH of the bulk solution.  This causes an increase in the 

surface’s anodic reactions.  In this case, the applied stress works to open up and expose more 

surface crevices.  Often the areas attacked are along the grain boundaries, where it is more difficult 

for passive oxide layers to form.  Since pH is simply a measurement of the activity of the hydrogen 

ions in the electrolyte, it is clear the hydrogen concentration plays a major role in environmentally 

induced cracking.  Cathodic polarization is a common method to prevent corrosion.  In this, 

additional electrons are provided to the metallic surface to reduce the rate of the anodic reaction.  

But as seen in Figure 4, increase of hydrogen adsorption occurs with increasing cathodic 

polarization (decreasing applied potential) for NiTi in NaCl.    This process increases the evolution 

of hydrogen atoms from the acidity in the electrolyte, subsequently increasing the concern of 
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hydrogen damage, whose mechanisms will be discussed later.  Hydrogen has a very high 

diffusivity, especially in steel, and can penetrate deep into a material.  When a material is being 

stressed, and the crystal lattice is stretched, hydrogen’s diffusivity becomes even more 

exaggerated.  The additional hydrogen atoms within the already stressed lattice may push the 

material over its threshold by weakening the atomic bonding, and result in failure.  Ferritic iron is 

most susceptible, while austenitic iron is rather resistant because of its FCC structure. 

1.3.2 Failure Mechanisms 

As previously indicated, hydrogen is generally considered as having the most significant effect in 

environmentally induced cracking.  These effects can be accounted for as hydride formation, 

hydrogen enhanced decohesion, hydrogen enhanced localized plasticity, or adsorption-induced 

dislocation emission.[21].  Despite all being caused by hydrogen, different physical processes are 

occurring for each classification.  Sometimes, the net result will be a combination of multiple 

processes, which increases the complexity of identifying susceptible material/environment pairs.  

 

Figure 5  Mechanism of failure for hydride formation in SCC [22]. 

Hydrogen has high diffusivity in most metals, and sometimes it can diffuse to regions ahead of a 

crack tip.  In these regions hydride phases will form, which are less fracture resistant the base 
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materials.  Hydrides occur when hydrogen bonds with a metal, forming a new molecule.  Examples 

are aluminum hydride, titanium (IV) hydride, or iron (I) hydride.  In materials that do not form 

hydrides, a very similar failure mechanism can occur.  Particularly in stainless steel, large 

hydrogen concentrations can induce a phase change to martensite [23], which is similarly brittle 

to hydrides, so much so that it is occasionally referred to as a pseudo-hydride in these cases.  The 

crack will then be able to easily propagate through these brittle regions. 

 

Figure 6  Hydrogen enhanced decohesion mechanism of SCC [22], which weakens the atomic 

bonding and makes the material become more brittle and weak. 

Hydrogen enhanced decohesion occurs when the presence of hydrogen weakens the atomic 

bonding of the metal by donating an electron to make individual atoms more stable.  In iron, for 

example, hydrogen will give its electron to iron to help fill the incomplete 3d orbit.  This will 

weaken the bonding between iron atoms, making the material more susceptible to cracking. 
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Figure 7  Experimental evidence obtained from TEM measurements of hydrogen increasing the 

mobility of dislocations [24], leading to the mechanism of hydrogen enhanced localized 

plasticity. 

A third type of mechanism is hydrogen enhanced localized plasticity (HELP).  The mechanical 

behavior of materials is heavily determined by the number and distribution of dislocations in its 

crystal lattice.  In some situations, solute hydrogen is able to increase the diffusion of such 

dislocations within the lattice by shielding elastic interactions [21].  Figure 7 was generated by 

tracking the movement of individual dislocation in transmission electron microscopy by Ferreira 

et al. [24].  The numbers 1-7 correspond to particular dislocations linearly arranged approaching a 

grain boundary.  Hydrogen was then pumped into the chamber at various pressures, while a 

constant load was also applied in situ.  The distance moved on the vertical axis is measured in the 

same direction, towards the grain boundary, for all of the dislocations.  So at sufficient hydrogen 
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levels of pressures near 95 torr, the repulsive forces between dislocations are reduced.  If a crack 

tip happened to be present in such a hydrogen rich region, the locally the flow stress of the material 

is reduced because of the increased dislocation mobility.  Localized plastic failure subsequently 

occurs at levels below the material’s initial failure threshold. 

 

Figure 8  Description of dislocations behaving as trapping sites to hydrogen diffusion by forming 

deep wells of potential energy [25]. 

But the HELP mechanism is particularly intriguing since experimental evidence showing that 

instead, dislocations act as trapping sites and prevent hydrogen diffusion also exists.  Rectification 

of the interaction between hydrogen and dislocations is thus necessary in order to elucidate how 

LSP can mitigate HELP.  Within the material’s lattice, dislocations provide innocuous places for 

the hydrogen to reside, that are lower energy than interstitial regions, as numerically derived by 

Oriani et al. [26], and illustrated in Figure 8.  Kumnick et al. (1980) estimated that after being 

heavily deformed the trapping density of annealed iron increased by a factor of 1000.  During 

plastic deformation dislocation generation occurs.  Using thermal desorption spectroscopy (TDS), 

Nagumo et al. detected the temperatures of hydrogen release peaks for several amounts of plastic 
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deformation [27].  The percentages labelling each line in Figure 9 correspond to the drawing 

reductions, so that 0% has significantly fewer dislocations than 85%.  In TDS, the workpiece is 

gradually heated, and once the thermal energy equals the trapping energy the hydrogen is released 

and diffuses out through the surface.  Only 1 peak is evident in the 0% line that was not plastically 

deformed, but at 85% drawing reduction a clear second peak becomes evident.  Since this peak is 

at a higher temperature, it indicates that greater trapping strength. 

 

Figure 9  Thermal desorption spectroscopy measurements of hydrogen desorption for four 

different amounts of drawing reductions [27].  At high deformation, additional trapping sites are 

formed which require higher amounts of energy (temperature) to release the hydrogen. 

Hydrogen is usually considered to be the most prominent culprit in environmentally induced 

cracking, but other effects may also be responsible.  Rupture of the passive oxide film could cause 
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premature material failure, and this rupture may be a result of the applied stresses.  This rupture 

would be essential for initiation, but it is not clear how it relates to crack propagation.   One 

proposed description is called film induced cleavage.  A crack that is propagating through a brittle 

oxide film will penetrate into the base material if it has enough momentum.  While most films are 

thin enough there is not sufficient distance for suitable momentum to build up, application of an 

external anodic current may increase the likelihood.  Atoms other than hydrogen could diffuse into 

the lattice, resulting in similar effects.  Areas with broken passive layers become anodically 

softened, but plastic deformation is confined by the surrounding areas where no film breakdown 

has occurred.  Materials with high strain hardenability are the most susceptible. 

1.3.3 Prevention Techniques 

Several surface treatments have been proposed in order to prevent environmentally induced 

cracking from occurring.  It has been shown that introducing a compressive residual stress on the 

surface will be beneficial to a material’s corrosive response [28].  One common method for this is 

shot peening.  Similarly, laser shock peening (LSP) is also known as a way to introduce 

compressive residual stresses at the surface.  Both of these are promising because they are purely 

mechanical processes, no thermal effects are incurred in the materials (if an ablative layer for LSP 

is used).  

First experiments on using LSP to modify corrosion responses were done in Japan by Sano et al. 

[29].  They were concerned with SCC in 304 stainless steel when exposed to high temperature 

water, as is the case in nuclear power plants.  Building off of this work, Peyre & Fabbro et al. 

continued to apply LSP for corrosion experiments, focusing especially on the effect it has on pitting 
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corrosion.  Both shot peening and LSP will increase the rest potentials of a steel surface [30].  Rest 

potential is a very important characteristic when predicting the corrosive behavior of a material.  

Lower potentials indicate that a material is more active and likely to experience oxidation, 

especially when galvanically coupled with another material [31].  Peyre et al. attributed the rest 

potential increase to modifications of the passive film.  But the passive film on non-treated samples 

is much more stable.  In multiple tests, it was found that over time the rest potential will actually 

decay towards the untreated behavior.  It is clear how damaging the oxide layer by a surface 

treatment could cause the rest potential to become more active with time, but a clear explanation 

of the initial increase in rest potential was not given.  Some other groups continued to explore 

different material/electrolyte solutions and how they respond to LSP.  Kalainathan et al. explored 

corrosive behavior of 316L stainless steel that is laser shock processed without the use of an 

interlayer [32].  They found an increase in the rest potential, but the corrosion current also 

increased with increasing laser power. 

More specific to environmentally induced cracking, using LSP to prevent stress corrosion 

cracking has been explored.  In magnesium alloys, SCC decreases with an increasing laser power 

of LSP [33].  The grain structure is refined by the laser impacts, and the residual compressive 

stress acts to prevent crack propagation.  Since steels are also susceptible to SCC, the response of 

304 stainless steel was explored by Lu et al. [34].  Rest potentials became more passive, but their 

time dependence and stability were not explored. 
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1.3.4 Laser Shock Peening  

Laser shock peening (LSP) is a unique application of laser material processing.  Rather than 

utilizing thermally induced changes in the target material, LSP induces purely mechanical 

deformation, which imparts a compressive residual stress.  A schematic of the physical 

configuration for achieving this is shown below in Figure 10: 

 

Figure 10  Schematic of the physical process for laser shock peening [35]. 

The workpiece is first coated with an ablator or confining layer.  Various different ablator materials 

have been used effectively, including aluminum foil, black paint, and electrical tape.  This thesis 

uses black electrical tape because it ensures that a uniform thickness will be achieved throughout 

all of the samples.  A confining medium, which is transparent to the laser wavelength, is then 

placed on top of the ablator.  Again, various materials can be implemented as the confining medium 

(water, glass acrylic).  Upon irradiation, the laser beam passes through the confining medium and 

is absorbed in the ablator, which is vaporized and then experiences ionization because of the high 

laser intensity.  The plasma which is formed naturally tries to rapidly expand, but the confining 
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medium is in place to restrict the expansion.  A shockwave is thus generated which travels down 

into the target material inducing plasticity and resulting in the compressive residual stress.  The 

pressure exerted by the plasma is expressed as [36]: 

𝑃 = 𝐴 (
𝛼

2𝛼+3
)
1/2

𝑍1/2𝐼1/2                                                  (1) 

where P is pressure, I is the laser intensity, Z is the reduced shock impedance between the target 

and confining layer, and constant α≈0.1.  To increase the induced pressure, and therefore also the 

compressive residual stress,   Equation 1 indicates that several aspects of the physical configuration 

can be tuned.  Increasing laser intensity causes increases scaled to the square root, but the 

maximum laser intensity is limited by the ionization threshold of air.  More rigid confining layers 

increase the shock impedance, such that using glass nearly doubles the pressure.  But brittle 

materials such as glass are more difficult to implement because the shockwave causes internal 

cracking, making each confining layer one-time-use only, as opposed to water which allows the 

workpiece to be submerged. 

Figure 11 shows the physical setup used in this work.  A clamping fixture was mounted onto an 

X-Y motion stage.  Milling out a window from a sheet of steel allowed for clamping of an acrylic 

confining layer around the edges with an even pressure distribution.  For treating large areas, the 

laser is scanned across the sample.  The black cylinder along the top in the center of the image 

contains the focusing lens, with a focal length of 150 mm. While scanning, keeping constant 

spacing between neighboring pulses is crucial to ensure uniformity of the final surface.  With the 

laser firing at a constant repetition rate this constant spacing is easily achieved by the motion stage 
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traveling at a constant velocity.  But upon reaching the edge of the workpiece, the stage must 

decelerate to make a U-turn, and the non-constant velocity would result in inconsistent spacing 

near the edges.  The steel window helps to alleviate this problem, where the changing of direction 

only occurs when the laser is not incident on the workpiece. 

 

Figure 11  Physical setup of for the LSP experiments 
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LSP has traditionally been investigated and implemented as a tool for extending the fatigue lives 

of materials.  The compressive stress prevents surface micro cracks from propagating and 

extending through the material, resulting in fatigue life improvements of about 3x, and as great 

as 40x in specific configurations have been reported [37].  Compared to shot peening (which also 

imparts compressive residual stresses on components), greater depths of affected regions are 

attained and less surface damage is induced by LSP.  One of the most influential applications on 

which this has been performed is to extend the lifetimes of turbine blades in aircraft engines.  

Since deformation in LSP occurs from the shockwave propagation, the material characterization 

and analysis of deformation mechanisms has warranted intensive investigations.  In the past, the 

Manufacturing Research Lab at Columbia University has been a significant contributor to the 

field, particularly regarding micro scale LSP.  The defining feature of micro-LSP is that the 

beam spot size is roughly the same size as the individual grains of the material [38], where in 

conventional LSP spot sizes on the order of millimeters are often used, so that grain orientation 

and anisotropy becomes of focus.  Precision for LSP processing of micro-devices can thus be 

achieved, but many additional mechanical and metallurgical areas of consideration arise.  

Spatially resolved measurement of residual stress and dislocation distribution was achieved by 

Chen et al., which required the use of a synchrotron light source in order to generate the large 

amount of X-rays required for X-ray diffraction at the microscale [39].  A finite element 

technique was developed by Fan et al., and modelling of the material as a hydrodynamic 

substance was required in order to accurately describe the deformation and high strain rates 

incurred by the shock waves [35].  In the model, the effects of shock waves propagating from 

both the top and bottom of the work piece (dual sided LSP) was analyzed, and the phase 

difference between the opposing shockwave greatly impacted the resulting stress distribution.  
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Vukelíc et al. analyzed the response of a bi-crystal that was hit with an incident LSP impact on 

its grain boundary in terms of lattice rotation [40]. 

With the establishment that LSP is beneficial for fatigue life improvement, new applications of 

the process are now being explored.  The ability of LSP to prevent SCC has been identified as an 

area of increasing significance, and this becomes the focus of the latter part of this thesis.  

Various researchers have shown an improvement to stress corrosion cracking resistance after 

LSP treatment [41][34], but an understanding of the underlying reasons why and how the 

improvement occurred has not been fully developed.  Since SCC is a complex phenomenon, the 

many different forms that it can take may account for a lack of understanding because no 

unifying theory as to the mechanism of mitigation can be found.  Instead, the details regarding 

microstructural changes by LSP, and how they interact with each different form of SCC, 

becomes necessary in order to understand each scenario. 

1.4 Organization and Objectives of Dissertation 

Increasing the strength of joints formed via autogenous laser brazing is presented in Chapter 2.  By 

shaping the interface into a cup/cone geometry, where the tip of the stainless steel protrudes into 

the cone shaped end of a NiTi wire.  The interfacial surface area is thereby increased, resulting in 

decreases to the stress intensity factor.  Additionally, the cup/cone geometry ensures that proper 

alignment is maintained during rotation of the wires, where the rotation provides a uniform heat 

input to minimize the temperature gradient throughout the thickness of the wires.  A thermal model 

is developed to determine the temperatures reached at the interface and to thus help guide the 

selection of processing conditions.  The widths of the mixed interfacial regions are analyzed with 

energy dispersive X-ray spectroscopy.  Quantification of the joint strength is carried out by tensile 
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testing the specimens to fracture.  While both the incident laser power and rotation speed are found 

to significantly influence the fracture strength, samples with sharper angles (and therefore larger 

interfacial areas) are found to consistently be stronger. 

The material pair of NiTi and stainless steel have many potential biomedical applications, and as 

such, the biocompatibility of joined samples is investigated in Chapter 3.  Using the cup/cone 

autogenous laser brazing process, polarization testing, electron microscopy, nickel release rate, 

hemolysis, and cytotoxicity testing are subsequently performed.  The polarization testing enables 

the individual material behavior in a corrosive environment to be quantified and input as 

parameters into a finite element model that predicts the corrosion currents formed.  Dissimilar 

materials form galvanic couples when placed in a corrosive environment, causing one of the 

materials to preferentially corrode, and this behavior is captured in the model.  Another concern is 

that the laser heating may damage the protective oxide layer of the NiTi.  But since autogenous 

laser brazing is capable of precise control over the heat input, the biocompatibility of the joined 

samples is found to be nearly as safe as the base material. 

In the second portion of this thesis, using lasers to directly reduce stress corrosion cracking 

susceptibility is performed.  Chapter 4 presents laser shock peening on stainless steel, high strength 

steel, and brass to analyze their various responses, and to identify to material properties which 

govern the behavior.  Cathodic charging of the samples is performed to accelerate the rate of 

hydrogen absorption, for which absorbed hydrogen is the root cause of several SCC failure 

mechanisms.  Once hydrogen has been absorbed, it can stress the lattice causing increases in the 

hardness.  Comparison of the hardness changes of untreated samples to treated samples shows that 

the LSP process does indeed reduce the amount of hydrogen damage.  Using mechanical U-bend 
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testing, confirmation of the benefit was found, where LSP treating increased the time to failure of 

U-bend samples when exposed to corrosive environments.  Work function measurements by 

Kelvin Probe Force Microscopy and a discussion of dislocation generation describe the reasons 

for the behavior. 

Chapter 5 continues the mitigation of stress corrosion cracking onto a microscale level, 

determining the changes to the microstructure that influence the corrosion resistance.  In stainless 

steel, sufficient concentrations of absorbed hydrogen can induce a phase change from austenite to 

martensite, resulting in weakening of the material to SCC.  X-ray diffraction measurements are 

performed to detect this phase transformation on cathodically charged samples.  LSP processing 

is found to restrict the formation of martensite.  Transmission electron microscopy of the stainless 

steel then illustrates the microstructure changes accounting for the mitigation, particularly the 

generation of dislocations and their arrangement into dislocation cell structure.  Finite element 

modelling of the shockwave deformation process is coupled to dislocation generation, providing 

spatially resolved data of the dislocation densities. 
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Chapter 2:  Beneficial Interface Geometry for 

Laser Joining of NiTi to Stainless Steel Wires 

 
2.1 Introduction 

 In order to exploit specific material properties in different places of products, it is often 

beneficial to join dissimilar materials.  Joining dissimilar materials can help to optimize toughness, 

wear resistance, chemical resistance, thermal properties, hardness, flexibility, etc.  Many types of 

dissimilar materials can be joined (ceramics, composites, polymers), but this paper will focus on 

the joining of dissimilar metals. 

 Due to some of its unique properties, nickel titanium (NiTi) is receiving increasing use, 

especially in such devices.  NiTi has good biocompatibility, which makes it ideal for implantable 

medical devices.  NiTi can allow for less invasive procedures because of its shape memory effect 

and superelasticity.  Some examples of current NiTi applications are stents, Simon vena cava vein 

filters, and atrial Septal defect occlusion systems [1].  Obviously, implantable medical devices are 

not made simply out of a single material, which is why techniques for joining NiTi to other 

materials must be explored.  A common pair is joining nickel titanium to stainless steel (SS), using 

stainless steel where NiTi is unnecessary.  Using stainless steel in places where shape memory and 

superelasticity are not required can help to reduce the part cost, as well as exploit some of the 

properties of the stainless steel where desired. 

 The process chosen for joining a dissimilar material pair is heavily dependent on the 

composition of the materials of interest, and also on the specifications for the finished product [2].  

Possibly the simplest way to join dissimilar materials is by using adhesives.  Adhesives are 

sensitive to temperature, and their strength heavily relies on the amount of moisture that is 

absorbed [3,4].  Clearly this is not viable for implantable medical devices.  When heating processes 
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are used for joining, many dissimilar metal pairs have a tendency to form brittle intermetallic 

phases [5].  In response, several different methods to minimize the amount of intermetallic 

formation have been reported.  One proposed method is to use friction stir welding.  This process 

reaches lower temperatures, and thus may help minimize intermetallic formation [6].  Friction stir 

welding of magnesium and aluminum has been shown to be possible, but it was found that the 

hardness across the joint became twice that of the base materials [7].  Fracture occurred at the point 

with the highest hardness gradient.  Significantly changing the material properties is undesirable, 

and it was also found that there was a very narrow range for working parameters (rotation speed, 

weld speed).  Also, friction stir welding is not easily applied to the wire geometry currently of 

interest.  Another method is to melt a filler material that is placed between the two materials, and 

never directly melt the base materials.  When choosing a filler material, it is important that its 

thermal expansion properties are similar to the materials being joined, otherwise large residual 

stresses will form.  Nickel-chromium filler materials are often used when joining stainless steels, 

since they have comparable thermal properties [2].  Using zinc as a filler, Mathieu was able to 

achieve tensile strengths of 240 MPa when joining aluminum to stainless steel [8].  But, it is also 

possible to take advantage of the large difference of melting temperature between these materials.  

Stainless steel has a much higher melting temperature than aluminum.  By laser irradiating the 

stainless steel side, the heat will conduct across the interface and melt the aluminum [5].  This 

eliminates the need for a filler material, but is restricted to material pairs with large melting 

temperature differences. 

 The dissimilar metal pair of NiTi and stainless steel, which is of interest to the medical 

world, does not have a very large melting temperature difference.  With the use of an 80 µm wide 

copper filler material between NiTi and stainless steel wires, Li et al. was able to achieve a tensile 
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fracture strength of 521 MPa [9].  But without the use of a filler material, they only reached a 

maximum strength of 187 MPa.  Since the addition of filler materials is undesirable because it 

causes additional biocompatibility concerns, increasing the strength of joints without using filler 

materials is preferred.  A process for joining nickel titanium and stainless steel wires together, 

without using a filler material, was proposed by Satoh et al.[10].  As noted by Bao et al., when 

scanning a laser across a material, temperature spikes will occur as the laser approaches the trailing 

edge [11].  At the edges of the material, the heat cannot be conducted away by surrounding 

material.  This spatial isolation of temperature peaks is the driving force behind Satoh’s method.  

Their process, however, is limited in that it is difficult to apply uniform heating at the interface for 

larger diameter wires.  This paper will introduce a method that can be applied to thicker wires.  In 

joining processes, the interface geometry can be altered to maximize the effectiveness of the 

process being used.  For example, including an extra lip of material along the top of a seam to be 

electron beam welded can provide material to fill any gaps that form [12].  To evenly heat the 

thicker wires currently of interest, they will be rotated during laser irradiation.  A cup and cone 

interfacial geometry was proposed by the authors in a previous work [13], and will be investigated 

here.  This will help to keep the wires aligned during rotation, and also increase the surface area 

of the interface, resulting in higher strength.  The tip of the stainless steel wire is shaped into a 

point, and the nickel titanium is shaped as an inverted cone, whereby the stainless steel can fit into 

it.  This results in a net increase of surface area of the interface, without increasing the outside 

diameter of the joint.  Cones with different apex angles were analyzed.  To allow for even heat 

distribution, the wires were rotated while being irradiated.  The effect that different laser power 

levels had on each of these angles is presented. 
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2.2 BACKGROUND 

2.2.1 Ternary Phase Diagram and Brittle Intermetallics 

 Two of the most useful properties of nickel titanium are its superelasticity and shape 

memory effect.  The superelasticity is due to a diffusionless martensitic transformation that occurs 

under large strains.  This transformation is from austenitic BCC B2 into an HCP B19 crystal 

structure.  The Clausius-Clapeyron relation indicates how, under an induced stress, martensite can 

form at temperatures higher than the martensite start temperature Ms [14].  During the 

transformation, detwinning of the martensite accommodates extensive deformation at a uniform 

stress.  When nickel titanium has been deformed in its martensitic (low temperature) phase, heating 

to the austenitic phase will cause it to recover its original shape; this is the shape memory effect. 

 

Figure 1 Ternary phase diagram for Fe-Ni-Ti at 1173 K [13] 

One of the biggest concerns when joining dissimilar metals is the formation of brittle 

intermetallic phases.  Intermetallics form in very specific proportions, and have crystal structures 

that differ from the original base materials.  Electrical, mechanical, magnetic, and chemical 
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properties may be different from the base materials as well [15].  The specific ratios they form in 

makes it possible to identify phases present in a sample by using EDX analysis.  Many 

intermetallics are subject to brittle fracture and suffer from a low crack tolerance.  Their complex 

crystal structures have large Burgers’ vectors, so it often requires less energy for fracture than for 

dislocation movement.  A ternary phase diagram for titanium, iron, and nickel is shown in Figure 

1 [16].  This is at 1173 K, about 400 K below melting temperature for the NiTi.  For simplification, 

we neglect the effects of the chromium that is present in the stainless steel.  Chromium behaves 

similarly to the titanium, and there is much less of it than the other three materials [17].  Fe2Ti is a 

Laves phase, and has some unique magnetic properties [18].  But, its C14 hexagonal structure is 

quite brittle [19].  The other common intermetallic formed is FeTi.  Large regions of FeTi have 

been shown to decrease the tensile strength of the joint [20].  Nickel titanium and stainless steel 

have different thermal expansion coefficients, and van der Eijk et al. concluded that this difference 

could result in residual stresses and initial cracks within the intermetallic layer [21].  Using a nickel 

interface layer may help to lessen the amount of brittle intermetallics formed, but it will not 

completely prevent their formation [21].  Shortening the time period that the base materials are at 

or above melting temperature will limit intermetallic formation as well.  Borrisutthekul et al. found 

that placing a heat sink with a large thermal conductivity next to the joint lowered the amount of 

intermetallics formed when joining steel to aluminum [22].  If over-melting occurs at the interface, 

iron from the stainless steel can substitute for the nickel in the NiTi’s austenitic phase, lowering 

the martensitic start temperature Ms and allowing for the formation of an R phase [23].  This 

lowered Ms and decrease of nickel concentration will also result in the superelastic plateau 

occurring at a higher stress [14]. 
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 Phase change is not limited to the interface.  The heat affected zone of the base materials 

will also undergo some changes.  Precipitates in the base NiTi will increase, which also results in 

lowering the Ms temperature [24].  Once the NiTi has recrystallized, the thermodynamic 

parameters will remain nearly constant though [25].  Overall, to increase the fracture strength of 

the NiTi to stainless steel joints, it is necessary to minimize the amount of brittle intermetallic 

phases that form [26]. 

2.2.2 Geometrical Considerations 

 Characterization of the quality of each joint is based on its tensile testing results.  Since the 

dissimilar material pair has different Young’s Moduli, the stress-strain response does not have a 

clear, direct interpretation.  Thus, the most important characteristic is the load at fracture for each 

joint.  The fracture strength of joints can be increased by distributing the load over a larger surface 

area.  Different interface geometries can be used to increase the contact area, without increasing 

the overall size of the part.  Increasing the surface area will decrease the stress concentration on 

the interface, but sharper angles may have detrimental effects on surface wetting [27].  This places 

a limitation on the geometries in that they must not be too complex.  One possibility is to make a 

U slot, and slide one piece around the other.  Vaidya et al. used this method for butt welding plates 

of aluminum AA6605 and titanium Ti6Al4V [28].  Fracture occurred in a heat affected zone, and 

not at the interface itself.  The simplest way to increase the interface surface area for wires is to 

cut the ends at an angle, in the fashion of a scarf joint.  This will result in an increase of surface 

area, given by 𝐴 =
𝐴𝑜

cos(𝜑)
, where Ao is the cross sectional area of the wires, and φ is the angle 

between the normal of the surface and the longitudinal axis of the wire.  This is a viable option to 

be applied to the 381µm diameter wires that Satoh explored [29].  But, the wires of current interest 

have twice that diameter.  Getting the heat to conduct through thicker wires and evenly melt the 
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interface is not viable.  Overheating must be avoided.  As simply melting the base NiTi, without 

any mixing or intermetallic formation occurring, can decrease the tensile strength of the wire by 

as much as 30% [30].  One solution is to use multiple lasers, and simultaneously irradiate the top 

and bottom of the sample [28].  But due to the rotational symmetry of the wires, an alternative 

method is to use a single laser source while simultaneously rotating both of the wires during the 

laser scan.  This paper will make use of this wire rotation. 

 

Figure 2  Schematic diagram describing the geometry used.  Point 1 is at the apex of the cone, 

point 2 is on the outside edge. 

To increase the interfacial surface area, a cup and cone geometry is proposed, as shown in 

Figure 2.  In a way, this is like an axisymmetric scarf joint about the longitudinal axis of the wires.  

The stainless steel will be shaped into a point, while the end of the NiTi is drilled out in the shape 

of a cone.  An angle θ is defined as the apex angle of the cone.  Two different apex angles will be 

analyzed (90° and 120°) and their strengths compared to wires without the conical interfaces.  The 

90° cones will have an interface area of 0.645 mm2 while the 120° cones will be 0.527 mm2, which 

are 41% and 16% larger than a flat interface, respectively.  Of course, this increased surface area 

is not normal to the direction of loading.  As such, we do not expect the effect due to this increased 

surface are to be equal to this same percentage increase.  An additional benefit of the conical 

interfaces is that they help to keep the wires aligned during rotation. 
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2.2.3 Stress Intensity Formulation 

Stress intensity in uniaxial tension along a crack, away from the free edges, oriented at an 

angle is given by [31]: 

 𝐾𝐼 = 𝜎√𝜋𝑎 ∗ 𝑠𝑖𝑛2
𝜃

2
 

𝐾𝐼𝐼 = 𝜎√𝜋𝑎 ∗ 𝑠𝑖𝑛
𝜃

2
𝑐𝑜𝑠

𝜃

2
 

(1) 

where σ is the applied stress, a is crack length, 
𝜃

2
 is the angle between the applied load and the 

crack.  We assume that the cracks formed will be in areas that did not melt along the interface, and 

also that the fracture will propagate along the joint interface within the intermetallic layer.  

Therefore, the cracks will be oriented 
𝜃

2
 degrees from the direction of loading as well.  Figure 3 

shows these K values for various interfacial angles.  For an ideally brittle material, 
𝐾𝐼𝐼𝐶

𝐾𝐼𝐶
= 1.2 [32], 

where KIIC is mode II fracture toughness and KIC is mode I fracture toughness.  From the graph we 

see that as the angle decreases (sharper cones on the wires), both KI and KII decrease.  This effect 

is due to the increase of surface area on the interface.  In order to exploit the higher KII value, it is 

preferable to introduce some shear component along the joint.  Figure 3  indicates that the lowest 

stress intensity, and therefore the strongest joints, is a result of having smaller apex angles.  But, 

as the cone becomes sharper, heating along the interface will become less uniform, and complete 

joining may not be possible. 
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Figure 3  Mode I stress intensity (KI) and Mode II stress intensity (KII) versus angle of interface, 

for a constant uniaxial load.  The interfacial area is superimposed over-top, indicating that as the 

cones become sharper, the area increase results in a decrease of stress intensity. 

 Stress singularities will form at the traction free edges of dissimilar material joints [33] and 

are dependent on the joining angles as well as the difference of material properties (i.e. Poisson’s 

ratio and Young’s Modulus).  For a 2D plane stress situation with dissimilar materials bonded at 

an angle α (corresponding to ∝= 90° −
𝜃

2
, for θ defined in Figure 2) under uniaxial tension σo, the 

stress components along the interface can be expressed as [34]: 

 
𝜎𝜃 = 4𝐴(

𝛾2

𝑠𝑖𝑛2(𝛼)
)𝜒1(𝑧, 𝛼, 𝜅)𝑒

−2𝛾𝑧∗cot⁡(𝛼) + 𝜎𝑜𝑠𝑖𝑛
2(𝛼)⁡⁡(𝑛𝑜𝑟𝑚𝑎𝑙) 

𝜏𝑟𝜃 = 4𝐵 (
𝛾2

𝑠𝑖𝑛2(𝛼)
)𝜒2(𝑧, 𝛼, 𝜅)𝑒

−2𝛾𝑧∗cot⁡(𝛼) − 𝜎𝑜𝑠𝑖𝑛(𝛼) cos(𝛼)⁡(𝑠ℎ𝑒𝑎𝑟) 

(2) 

where  A,B are constants, 𝑧 =
𝑟

𝑤∗sin⁡(𝛼)
, γ are roots of a characteristic equation, χi are oscillating 

functions, and 𝜅 =
−𝛾∗sin⁡(𝛾)

cos⁡(𝛾)
.  The significance of these equations is that the first term of both the 

normal and shear stresses contains an exponential decaying with distance from the free corner.  

Thus, away from the edges in the bulk of the material, the shear and normal stress components are 

constant for each respective interface angle.  It has been shown [34] that even for very sharp angles, 
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the stress singularity will not result in more than a 7% deviation from the uniform stress in the 

bulk of the material.  This increase of stress at the free edge may result in failure initiating there, 

but due to the relatively small magnitude the benefit of introducing a shear component outweighs 

this effect. 

2.2.4 Process 

The NiTi is the material that will be irradiated, since it has a lower melting temperature 

than the stainless steel.  Starting the laser a fixed distance away, and then scanning at a constant 

velocity towards the interface will result in heat accumulation along the interface.  Once the NiTi 

reaches its’ melting temperature and joins onto the stainless steel side, the thermal conduction 

across the interface increases.  A rapid cooling rate is desired for joining NiTi to stainless steel 

[29].  Since the stainless steel is at much lower temperatures than the NiTi, this desirable rapid 

cooling will occur.  At the same time, both the wires are spun at a constant angular velocity, helping 

to ensure uniform heating.  Along joint interfaces, the irradiated material will contract as it is 

cooled [12].  Since the conical portion of the NiTi encases the stainless steel, as this contraction 

occurs the NiTi will squeeze onto the stainless steel wire. 

 

2.2.5 Thermal  Modeling 

 Heat input from the laser is the only parameter we can control during the joining process, 

thus 3D thermal modeling was performed to help choose parameters.  The heat flux of the laser 

was modeled as a Gaussian distribution with a spot size of 800 µm.  At the interface, the initial 

thermal resistance is large, which results in thermal accumulation.  But once the interface has 

melted, this resistance decreases significantly. To simulate this changing conductance across the 

interface, a thin thermally resistive layer was placed between the NiTi and stainless steel.  By 
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equating the heat flow in the definitions of convection and conduction heat transfer, we can get the 

relationship  

 ℎ = −
𝑘

∆𝑥
. (3) 

where h is the heat transfer coefficient per area, k is the thermal conductivity, and ∆x is the width 

of the resistive layer.  The non-melted NiTi-SS interface has h=79 W/m2K [35].  Values for k and 

∆x were set to give this initial ratio.  A temperature dependent step function was associated with 

∆x, so that once each node of the interface reached its melting temperature, the value of ∆x would 

decrease, thus increasing the conductance.  According to the Hagen-Ruben Relation, laser 

absorption can be calculated as: 

 𝐴 = √8𝜀𝑜𝜔𝜌 (4) 

where εo is the permittivity of free space, ω is the angular frequency of incident radiation, and ρ is 

the electrical resistivity of the material [36].  Electrical resistivity is proportional to temperature, 

and thus absorptivity increases as the temperature is increased.  The most dramatic increase of 

absorptivity is when the material changes from a solid to a liquid.  Since in this process melting is 

limited to the interface, we make the simplification of using a constant resistivity.  An electrical 

resistivity of 5.48E-7 Ω m was used, which is the value for titanium at 333K [37].  The value for 

titanium is applicable since the titanium oxide layer that forms on the surface of the NiTi is similar 

to the surface of titanium.  A laser with wavelength of 1064 nm was used, resulting in an 

absorptivity of 26%.  Convective cooling from the argon flow is present on the outside surface of 

the wires.  The convective heat transfer coefficient was calculated using the Zhukauskas 

Correlation [38]: 

 

𝑁𝑢𝐷 = 𝐶𝑅𝑒𝐷
𝑚𝑃𝑟𝑛 (

𝑃𝑟

𝑃𝑟𝑠
)
1
4
 

 

(5) 
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ℎ = 𝑁𝑢𝐷
𝑘

𝐷
  

(6) 

where 𝑁𝑢𝐷 is the average Nusselt number, 𝑅𝑒𝐷  is the Reynolds number, Pr is the Prandtle number, 

k is thermal conductivity, D is the wire diameter, and C & m are constants determined from the 

Reynolds number.  Using a kinematic viscosity for argon of 1.41E-4 m2/s [39], the Reynolds 

number was calculated as 0.92, resulting in ℎ = 12.7⁡𝑊/𝑚2𝐾. The 3D heat equation was 

implemented in COMSOL.  Although the temperature distribution was not directly measured, the 

trends predicted by this thermal model will be shown to be consistent with experimental results. 

 

2.3 Procedure 

 For this study, NiTi and hard tempered SS304 wires of diameter 762 µm were used.  The 

NiTi wires had a composition of 54 at% titanium and 46 at% nickel.  Initially in the austenitic 

phase at room temperature, the NiTi undergoes a stress induced phase transformation at 480 MPa.  

The angles of the points analyzed on the stainless steel samples were 90° and 120°, with 

corresponding values for the NiTi.  In order to create the cones on the ends of the stainless steel 

wires, they were placed into an angled block, and then spun at 5000 rpm against 320 grit silicon 

carbide abrasive paper.  To create the cups in the ends of the NiTi, 1143 µm diameter spot drills 

were used, with corresponding tip angles.  After shaping, the wires were washed with acetone in 

an ultrasonic bath. 

 The NiTi wires were fastened into a rotary stage, while the stainless steel wires were placed 

in an un-driven ball bearing fastened onto a sliding linear stage.  An axial load of 2 Newtons was 

applied to the linear stage.  Argon was flowed into a chamber surrounding the wires at 10 scfh.  A 

SPI redENERGY G4 fiber laser operating in CW mode at a wavelength of 1064 nm was used.  
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Power levels of 13-17 W were analyzed in single watt increments.  Laser spot size was 738 µm.  

The wires were rotated at angular velocities of 3000°/sec, 2500°/sec, and 2000°/sec.  The laser 

spot started 1.6 mm away from the interface, underwent 18,000° of total rotation, and stopped 0.1 

mm short of the interface.  This corresponds to laser irradiation times of 6 s, 7.2 s, and 9 s for 

3000°/sec, 2500°/sec, and 2000°/sec rotations, respectively. 

 Tensile testing was carried out according to ASTM E8-11 standards [40].  An Hitachi-

S4700 SEM with energy dispersive X-ray spectroscopy (EDX) attachment was used for the 

compositional analysis. 

 

2.4 Results & Discussion 

2.4.1 Temperature Profile 

 

Figure 4  Longitudinal sectioned time snapshot of thermal accumulation in 90° cones.  

Corresponding times are:  (a) 1s, (b) 4s, (c) 6.8s (laser has shut off).  Laser location indicated by 

white dotted line.  Power:  15W,  Angular velocity: 3000°/s 

In Figure 4, a longitudinal section view of the wires is plotted displaying temperature at 

three different times during the laser scan.  As the NiTi wire begins to heat up, the interfacial 

resistance causes thermal accumulation.  This indicates that most of the melting should be limited 

to the interface, which is desirable.  If excessive melting occurred along the whole path of the laser 

scan, the wire would lose its structural integrity and deform.  The rotation of the  
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wires allows the hot temperature to be able to reach the extents of the NiTi cone, both points 1 and 

2.  Had the wires not been rotated during irradiation, insufficient heat would have been able to 

conduct to the apex.  Once the interface has melted, the NiTi wets onto the stainless steel side, and 

the thermal resistivity across the interface decreases.  The third time snapshot is after wetting has 

occurred, and the stainless steel wire is seen to heat up. 

 

Figure 5  Uniformity along line segment 1-2 on the interface.  As the angular velocity is 

increased, the thermal distribution becomes more even and the average temperature rises. 

An even temperature distribution along the interface is desired, since this will allow for 

uniform melting.  Figure 5 displays the temperature distribution along the line segment from points 

1 to 2 at the moment the laser has completed its scan.  Of the three different angular velocities, 

3000°/s has the flattest temperature distribution.  It is also apparent that increasing the angular 

velocity increases the average temperature of the interface, despite having a shorter interaction 

time with the wire.  As the wire is being spun faster, the input heat flux from the laser beam behaves 

more like a uniform ring of heat around the circumference of the wire, as opposed to a single point 

source.  The overall power from the laser is the same, but the uniform heating may decrease the 
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temperature gradient in the vertical direction, resulting in less heat being conducted away.  Figure 

6 displays the time history for points 1 and 2, and for points on the top and bottom of the interface 

of wires with flat interfaces that were not rotated during irradiation.   

 

Figure 6  Time history of points 1 and 2 along the interface from Figure 2, compared to points at 

the top and bottom of the interface of wires with flat interfaces.  Temperature difference between 

the 2 points on the rotated wires throughout the laser scan is minimal.  Laser power is 15 W for 

the rotated wires, and 35W for the flat interfaces. 

We are looking for the maximum temperature difference along each wire’s interface.  From 

the symmetry, the largest temperature difference on the rotated wires is between the outside point 

2 and the apex point 1.  For the non-rotated wires, the largest difference is between points at the 

top and bottom of the interface.  At 1.5 seconds, the top of the flat wires is nearly 1700 K, while 

the bottom is only 1400 K.  By examining longitudinally sectioned samples that were not rotated, 

we see that often the top is overmelted, while no melting occurs at the bottom.  This is consistent 

with the predictions of the thermal model.  If laser power is increased to allow for the bottom point 

to reach melting temperature, the top point will reach excessive temperatures.  The temperatures 
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at the two points on the interface that was rotated reach the melting temperature at nearly the same 

time, which will results in good uniformity of the joint. 

 

2.4.2 Joint Morphology 

 

Figure 7  Images of four different combinations of power and cone angle.  The outer surface near the joint of the 90° 

wires experienced more deformation.  Rotational velocity is held constant at 3000°/s. 
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Outside images of four of the joints are presented in the Figure 7.  Most apparent is the 

effect of thermal accumulation, in that the majority of the melting occurs in the NiTi near the 

interface.  More melting is evident in both of the wires that are at 15 W.  The interface for this 

power level tends to bulge out more than it does at 13 W.  But for their respective power levels, 

the 90° wires tend to have a larger belled region than the 120° wires do.  The cone is deeper in the 

90° wires, so the walls near the end of the NiTi are much thinner for a longer distance.  It takes 

very little heat to melt these thin walls, which may result in the apparently larger melted region of 

the 90° wires. 

 

Figure 8  Longitudinal section image of a 120° cone processed at a power of 15W.  The arrows 

indicate the paths of EDX line scans. 

Longitudinal section images of samples from 15 W and 17 W are presented in Figures 8 

and 9.  In both of the images, the cup and cone geometry is still intact.  Along the angles of the 

interface, a possibly mixed region is visible.  These regions will be analyzed via EDX.  In the 15 

W wire, joining is apparent throughout the center of the wire.   But within the mixed region, two 
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large circular defects are present.  Also, joining is not apparent at the apex of the cone.  This region 

will act as an initial crack during tensile testing, resulting in a lower fracture strength.  The apex 

of the 17 W wire also does not appear to have complete joining, yet excessive deformation occurred 

on the outside.  Therefore, continuing to increase the power will not result full joining of the 

interface.  Alternatively, varying other parameters, such as angular velocity, could help to achieve 

more melting at the apex. 

 

Figure 9  Longitudinal section image of a 120° cone processed at a power of 17W.  Excessive 

melting and deformation is present on the outer surface. 

 

2.4.3 Composition 

 The width of the mixed region, where brittle intermetallics will form, is critical to the 

fracture strength of each joint.  Typical results for wires irradiated at 13 W and 15 W are analyzed.  

EDX line profiles were acquired along arrows I, II, and III indicated in Figure 8.  The distance 

between scan points is 0.34μm.  Electron beam parameters were adjusted so that a detection rate 

of 1500 counts/sec was achieved.  A line profile for II is displayed in Figure 10.  The region from 

37 µm to 65 µm is where mixing of the NiTi and stainless steel occurred.  All of the scans along 

II and III for both power levels had very similar shape, with just the width of this mixing layer 
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being the only difference.  An abrupt transition happens between the mixed region and the base 

materials.  To determine which phases are forming, we compare the compositions to the ternary 

phase diagram of Figure 1.  Since it does not appear on the phase diagram, the amount of chromium 

is neglected, which will slightly increase the concentrations from those displayed on the line scan.  

Two peaks stand out:  one where titanium reaches nearly 50% and the other where nickel reaches 

nearly 50%.  For both of these, the iron level is between 10-20%.  Comparison with the phase 

diagram indicates that these are regions of (Fe,Ni)Ti.   

 

Figure 10  EDX line scan across line II, indicating the mixing occurring in the joint.  Sample 

irradiated at 13W. 

The widest mixing zone occurred on II for the wire processed at 15 W shown in Figure 11, 

with a width of 33 µm.  Instead of having a flat trend along the length, this joint has more of a slow 

transition from the NiTi to the stainless steel.  This is evidence that diffusion of the materials has 

taken place. The thinnest mixing zone occurred on II for the wire processed at 13 W, with a width 

of only 18 µm.  Analysis on I for both samples showed no mixing zone, indicating that joining did 

not occur at the centers.  As is expected, the mixing for the 13 W sample is consistently lower than 

that of the 15 W. 
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Figure 11  EDX line scan across region II indicated in Figure 8.  Gradual decrease of 

concentration across the width of the interface is indicative of diffusion.  Sample irradiated at 

15W. 

Figure 12 displays an EDX area scan of the sample from Figure 8.  Within the areas 

indicated as the mixed region, we see iron, nickel, and titanium.  This mixed region corresponds 

to the lighter colored region visible along the interface in Figure 8.  From this, it is apparent that 

joining did not occur along the entire interface for these processing parameters. 
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Figure 12  EDX compositional map, corresponding to the longitudinal sectioned image of Figure 

8, showing iron (red), nickel (green), and titanium (blue).  Laser power is 15W. A mixing region 

is observed along the interface, the width of which decreases towards the center of the wire.  

This indicates that the lighter colored regions along the interface of the longitudinal sectioned 

images are indeed the mixed regions. 

2.4.4 Joint Strength 

 Different rotation speeds have different laser interaction times, so slower rotations allow 

for more heat input.  But at the same time, slower rotation speeds also allow for more heat to be 

conducted away, resulting in lower interface temperatures.  Characterizing the laser parameters by 

the total amount of energy input (power x time), is unable to capture both of these effects [41].  As 

such, strengths for different rotation speeds are plotted separately as a function of power.  The 

average load at fracture for a sample of wires processed at a rotation speed of 3000°/sec is 

presented in Figure 13.  For both the 90° and 120° wires, an upward trend with power is evident.  

Also, as the power increases the variance in tensile strength decreases.  This higher consistency is 
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attributed to the excess melting that occurs under the higher powers.  When the wires are being 

rotated under the laser, there is some slight unavoidable alignment error.  At 17 W, the large melt 

pool is able to fill in the gaps that are not perfectly aligned.  This does not occur at the lower power 

levels, and thus they will be more sensitive to the alignment.  For 13 W through 16 W, the 90° 

angle wires have higher average fracture strength than the 120° angle wires.  This is consistent 

with the idea that increasing the interface surface area will allow for higher fracture loads.  But, at 

17 W, the 120° wires have a higher average load.  It is possible that at this higher power, the 

increased surface area allowed for more formation of brittle intermetallic phases.  

 

Figure 13  Increase of load at fracture with increasing laser power input.  Standard error for each 

level is indicated.  Note that the 90° wires are stronger than the 120° wires at every power except 

for 17W. 

The axial load causes the cross sectional area of the joint to increase during processing.  

This effect may cause some misinterpretation of Fig 13.  The loads at fracture for various rotation 

speeds have been normalized by the cross sectional area of the fracture, and are plotted in Figure 

14.  Here we see that the fracture strength will actually decrease with overheating.  This is evidence 

that too much mixing occurs at the higher power levels, and therefore large amounts of brittle 

intermetallics are forming.  At 3000°/sec and 14 W, the 90° wires have an average strength of about 
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310 MPa, which is the highest level reached for this rotation speed.  The highest strength of 270 

MPa for the 120° wires occurs at 15 W.  The ideal power level is where a minimum yet sufficient 

amount of melting occurs.  With their sharper angle, the 90° wires overlap more than the 120° 

wires, resulting in better contact.  The amount of melting at 14 W may be ideal to join the 90° 

wires together, but the 120° wires need slightly more melting in order to overcome some small 

misalignment effects. 

In Figure 14, the difference in strength between the 90° and 120° interfaces rotated at the 

slower velocities is much more pronounced than the wires irradiated at 3000°/sec.  From the 

thermal model, we know that the wires at higher rotation speeds reach higher temperatures.  Thus, 

the strength results indicate that the samples at 3000°/sec overmelt, mix, and negate the effect of 

the different interface angles.  For the 2500°/sec samples, the 90° wires irradiated at 14 W had an 

average fracture strength of 374 MPa, which is the highest level achieved.  The highest level 

achieved for the 2000°/sec samples of 342 MPa occurred at 15 W.  The additional power necessary 

to reach the peak for the samples processed at slower rotational speeds is again consistent with the 

thermal model results presented in Figure 5.  Since the strongest samples fractured at levels below 

the lowest possible superelastic plateau of 480 MPa, no complex stress distributions are occurring 

at the interface from a phase transformation.  The wires rotated at 2000 DPS have the longest 

interaction time with the laser.  While the wires rotated at 3000 DPS have the fastest processing 

time, therefore less time for heat dissipation from conduction to occur.  Yet, it is the 2500 DPS 

rotation that gives the strongest result, suggesting that at this rotation speed, the effects of total 

heat input and heat dissipation counteract each other in a beneficial way. 
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Figure 14  Stress at fracture over a range of power levels. The 90° wires are consistently stronger 

than the 120° wires, which is consistent with predictions. 
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For all power levels, aside from 13 W at 3000°/sec, the 90° wires have the higher of the two 

strengths.  This chart is normalized to cross sectional area, but the overall interface area of the 90° 

wires is still larger, indicating that increasing surface area due to different joint geometry can 

increase the fracture strength of these wire joints. It is noted that standard stainless steel 304 yields 

at 205 MPa.  Clearly, the samples ran at 13-17 W are above this yield strength.  

 

Figure 15  Comparison of fracture strength between two different angles.  The percentage scale 

on the left is how much stronger the 90° joint is compared to the 120° joint, for given power and 

angular velocities.  As the power is increased, the difference between the two geometries 

reduces.  This graph does not indicate which parameters gave the best overall results, but simply 

indicates the difference between the two angles. 

To compare the relative strengths between the two different apex angles, the percentage 

increase in strength from the 120° wires to the 90° wires, at each respective power level and 

rotation speed, has been plotted in Figure 15.  As previously indicated, the overmelting that occurs 

when the wires are rotated at 3000°/sec dominates over the joint angle, resulting in minimal, if 

any, strength increase.  The most pronounced difference in strength of the two geometries occurs 

at the lower powers.  Since the percentage increase of fracture strength is significantly higher than 

the predicted difference in fracture toughnesses, clearly some other mechanisms are involved.  The 

sharper angles on the 90° cones allow for the wires to slide deeper into each other with more 
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overlap.  Thus, upon rotation and before irradiation, the sharper angles stay in much better 

alignment.  At the low powers, where melting is minimal, alignment plays a huge role in the 

strength of the joint.  Any part of the interface that is not in contact with the other wire will not 

join.  As the power is increased, the strength difference of the two geometries rapidly converges to 

zero.  The overall strongest joint achieved (90° interface, 2500°/s rotation, 14 W) is about 150% 

stronger than the corresponding parameter for the 120° cone. 

 

Figure 16  Maximum average strength at fracture achieved for each wire geometry.  Standard 

error is indicated.  The 180° samples are the non-rotated, flat interfaces.  Both of the conical 

wires have much higher fracture strengths. 

For comparison, the fracture strength of wires of the same diameter with a simple flat 

interface was also tested.  These wires were held stationary, and irradiated at a power of 35W as 

the laser was scanned towards the interface.  Rotation of wires with flat interfaces was not viable, 

since the centrifugal force felt by the wires causes them to separate away from each other at the 

interface.  As previously shown in the thermal model, rotation of the wires allows for more heating 

across the depth of the wires.  Since the flat wires were not spun, more power input was required 

in order to achieve melting across the entire interface.  The results are displayed in Figure 16, with 

180° corresponding to the flat interfaces.  The rotated wires were spun at 2500°/sec.  We see that 

the wires that had the cup and cone geometry, and were rotated during irradiation, are indeed 
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stronger than the non-rotated flat tests.  The error for the rotated wires is also much smaller as well.  

During processing of the flat interfaces, the high laser power required to melt the bottom of the 

interface results in excessive melting of the top surface. 

 

2.4.5 Fracture Surfaces 

 To better understand the differences of fracture strengths for various processing parameters, 

the fracture surfaces of a set of samples was analyzed via SEM.  These images are presented in 

Figures 17 and 18.  Combining high laser power with fast rotation of the wires results in large 

amounts of melting at the interface, and thus a quite brittle joint.  In Figure 17 we see a large region 

of transgranular cleavage, with locally smooth fracture surfaces, which are indicative of brittle 

fracture.  The fracture surface of this sample did not occur along the initial cup/cone geometry, but 

instead it occurred on a plane nearly perpendicular to the axis of loading.  Overheating of this 

sample results in a large width of the interface.  This wide interface gives a crack more opportunity 

to propagate through grains that are preferentially oriented to allow for low energy brittle fracture.  

Figure 18 is a sample irradiated at a lower power, but higher rotational speed.  With fracture 

occurring at 393MPa, this was the strongest of all the samples. 
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Figure 17  Fracture surface indicating brittle transgranular fracture.  90° interface, 17 W, 

3000°/s.  Fractured at 200 MPa, along a surface not corresponding to the material interface. 

When overheating does not occur, minimal changes are made to the base materials and thus 

fracture will be restricted to the brittle intermetallic interface.  As is expected, fracture occurred 

along the conical geometry.  Within this narrower interface, there will be a lower probability of a 

grain being preferentially oriented for low energy fracture.  The majority of Figure 18 is indicative 

of quasi-cleavage, which has characteristics of both brittle and ductile fracture.  Some parabolic 

dimples are present in the lower right corner of the image, whose elongated shape is a result of the 

shear component along the interface.  



57 

 

 

Figure 18  Fracture surface of a sample that broke at 393 MPa, which was the highest strength 

achieved.  The original cup and cone geometry was intact after fracture.  Quasi-cleavage is 

apparent, indicating a better joint than Figure 17. 

2.5 Conclusion 

 The effect of using a cup and cone interfacial geometry for joining of NiTi-SS wires has 

been explored.  Rotation of the wires during laser irradiation was used.  This rotation produced 

much more uniform heating of the interface.  Joints that had a 90° apex angle of the cone were 

found to consistently have higher fracture strengths than the 120° cones.  The optimal laser 

power level for the 90° wires was 14W, while 15W for the 120° wires produced the strongest 

joints.  Overmelting of the interface tended to negate the effects of the interfacial geometry.  

When overmelting did not occur, fracture was along the conical geometry.  EDX analysis 

indicated (Fe,Ni)Ti formation in a thin region along the interface with a decreasing width 

towards the center of the wire.  Even for the samples where excessive melting of the outside 

surface occurred, the apex of the cone in the center of the wires did not sufficiently melt.  Thus, 

the effects on fracture strength that rotational velocity has was also explored.  It was found that 

increasing the rotational speed resulted in increased melting.  Even though cones with sharp apex 

angles are desirable with respect to the stress intensity formulation, limitations do exist for how 
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small of apex angles can be used.  Temperature uniformity will decrease as the apex angle is 

decreased.  Also, the wall thickness of the NiTi cupped wires will decrease with sharper angles.  

These thin walls will be more sensitive to overheating, and also may fracture from shear loads 

that may be applied. 
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Chapter 3:  Biocompatibility and Corrosion 

Response of laser Joined NiTi to Stainless Steel 

Wires 

 

3.1 Introduction 

 Nickel titanium (NiTi) is a special material in that it is a shape memory alloy and exhibits 

superelasticity.  For shape memory, after the material has been deformed, heating above a 

threshold temperature will cause the NiTi to return to its original shape.  Superelasticity is the 

capability of the material to withstand large amounts of strain, via a diffusionless phase 

transformation.   

 These two properties have been found to be especially useful for developing medical 

devices.  For example, a stent made of NiTi can be compressed to fit inside a catheter, moved 

into the desired position in the body, and then upon removal of the catheter the NiTi will spring 

back into its original shape because of its superelasticity.  NiTi can also be used for bone staples 

and Simon vena cava vein filters [1]. The shape memory effect can be exploited by positioning 

the NiTi as an actuator on the end of a wire, acting as scissors or graspers.  In this type of setup, 

the NiTi must be joined to a second material, to act as a foundation for movement.  Stainless 

steel (SS) is a common material to pair with nickel titanium.  Joining can be accomplished via 

adhesives, mechanical joints, or thermal processes such as welding or brazing.  Cost reduction 

can also be achieved by joining dissimilar materials.   

 For implantable medical devices, mechanical joints are too bulky, and adhesives will not 

last in the corrosive environment of the body.  Thermal joining processes often end up being the 

preferred method.  But electric spot welding of NiTi to NiTi has been shown to significantly 
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increase cytotoxicity [2].  Safer joining methods must be established.  Further complicating 

things, metallurgical issues arise when NiTi and stainless steel are joined.  The phases formed by 

mixtures of these two materials are brittle intermetallics [3].  Since one of the main reasons for 

using NiTi is its flexibility, brittle joints are inadequate.  Utilizing laser joining technology is a 

common way to make effective NiTi-SS joints, as will be described later.  Since these joints are 

being placed in the body, it is important to ensure that they possess good biocompatibility.  

Numerous studies determining the biocompatibility of the base nickel titanium and stainless steel 

materials have been reported [4–6].  In general, both of these materials are considered as 

biocompatible. 

 Most of the proposed methods of laser joining NiTi to stainless steel require using an 

interlayer of a third material, which suppresses brittle intermetallics formation.  The corrosion 

response of samples using a copper interlayer was reported by Zhang et al. [7].  Commonly, 

nickel is used as an interlayer as well.  This can give good mechanical strength [8], but 

introducing a third material (especially pure Ni) is undesirable because it will add more 

biocompatibility concerns. If the polarization response of the interlayer is more active than the 

other materials, galvanic concerns will be greatly enhanced from surface area considerations.  

Investigations of the biocompatibility of NiTi laser joined directly to stainless steel to date have 

not been reported.  Previous publications by the authors described a process to increase the 

tensile fracture strength of laser joined NiTi-SS joints [9,10] without the use of an interlayer, and 

is referred to as “autogenous laser brazing”.  Now, this paper will explore the biocompatibility 

and corrosion response of this type of joint.  Investigations into the nickel release rate, 

cytotoxicity, hemolytic response, and corrosion morphology are made. 
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3.2 Background 

3.2.1 Laser Autogenous Brazing 

 Nickel titanium is nearly equiatomic, and iron is the most prevalent element in stainless 

steel.  A Ti-Ni-Fe ternary phase diagram can thus be used to determine which phases are formed 

when these three elements are melted and brought into contact with each other [11].  All of the 

potential phases that form (NiTi2, FeTi, Fe2Ti, and Ni3Ti) are brittle intermetallics.  Excessive 

amounts of these brittle phases will decrease the fracture strength of the weld.  Using lasers as 

the input heat source can help to limit the formation of these phases by preventing overmelting.  

Figure 1 shows a schematic diagram of the autogenous laser brazing setup.  The laser starts a 

fixed distance away, and is scanned at a constant velocity towards the interface.  Simultaneously, 

the wires are rotated, to ensure radially uniform heating.  Thermal accumulation occurs at the 

interface since there is a thermal resistance between the two wires.  The thermal accumulation 

results in a high localization of heating, so that only a very limited amount of the NiTi will melt 

and then wet onto the stainless steel wire.  Thus, a narrower region of intermetallics forms, 

resulting in increased fracture strengths.  For additional strength, the wires have been fashioned 

into a cup and cone geometry, which provides mechanical benefits [9]. 
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Figure 1  Schematic diagram illustrating the autogenous laser brazing setup.  The wires are 

rotated, while the laser simultaneously scans towards the interface, but is turned off before 

crossing over to the stainless steel side.  The angle θ corresponds to the apex angle of the 

cup/cone configuration. 

 

3.2.2 Biocompatibility Concerns 

 Biocompatibility refers to the ability of a material to be in contact with the human body 

without having any harmful or toxic effects.  For implantable devices it is important that the 

materials do not release excessive amounts of toxic elements via corrosion.  Factors such as the 

corrosive products, environment, and duration of exposure all play a role in a material’s 

biocompatibility.  As such, there are not absolute thresholds as to whether a material is 

considered biocompatible or not.  For example, the amount of nickel released from NiTi exposed 

to saliva is dependent on the fluoride and chloride concentrations in the saliva [12].  A device 

safe for use in the mouth may not be safe for exposure to blood.  Temperature also plays a 

significant role in corrosion.  Pitting of NiTi occurs most easily when the saliva temperature is in 

between the austenite start and finish temperatures [13].  During wound healing, blood becomes 

much more oxidizing [14], resulting in varying corrosion of the NiTi.  The dynamic nature of the 

body makes it difficult to set absolute thresholds, and as such, the specific applications must be 

accounted for when determining the biocompatibility of a material. 
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 In the material pair we are working with, NiTi is of the most concern, as it is composed 

of nearly 50% nickel.  The human body is allergic to very small nickel concentrations, with some 

people being hypersensitive.  Even though some small amounts of nickel are necessary for 

nutrition and healthy metabolism, direct release of nickel into the body from an implanted device 

is of great concern.  The amount of nickel present in foods that actually gets absorbed by the 

body is in the range of 1-20% [15].  Subsequently, devices that are implanted directly into the 

bloodstream, such as stents, must be scrutinized even more closely than those for oral 

applications.  Blood platelets may become activated when contacted by nickel, causing thrombus 

formation in the blood stream [16].  Nickel also may activate monocytes, a type of white blood 

cell, which will lead to inflammation [17]. 

 Despite its high nickel concentration, NiTi is generally considered biocompatible because 

it forms a passive titanium oxide layer on its entire outer surface.  As a result, the high nickel 

concentration is not too detrimental to the biocompatibility of NiTi.  Oxide layer depth is limited 

by the distance that electrons from the metal can tunnel through the oxide layer to reach the 

electrolyte solution [18].  Michiardi et al. found optimal parameters for thermal treating NiTi, 

and achieved an oxide layer that was 63 µm thick, approximately ten times thicker than the oxide 

of a mechanically polished sample [19].  Plasma source ion implantation can be used to 

introduce additional oxygen, increasing the corrosion resistance of NiTi [20].  Uniformity of this 

layer plays an important role, and as such, any regions where the oxide layer is damaged or 

thinned will be detrimental [21].   

 The oxide layer formed on NiTi is capable of withstanding large deformations [22].  This 

allows for the superelasticity of NiTi to be used in medical devices.  Since implementations of 

NiTi usually involve high levels of strain, having an oxide layer sensitive to deformation would 
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make NiTi much less useful, as oxide layer breakdown would lead to increased nickel release.  

NiTi’s oxide layer has several different compositions in the depth profile, and the order and 

depth of these layers is dependent on the previous surface treatments [23].  This varying depth 

profile will cause the nickel release rate to go through several different stages with respect to 

time.  Armitage et al. found the biocompatibility of NiTi to be similar to that of pure titanium 

[16], but some nickel is still released.  Stainless steel is composed of 8-11% nickel.  When 

exposed to a simulated body fluid, it has a nickel release rate of less than 0.03µg cm-2 week-1, 

which is a safe level.  Similar to NiTi, the biocompatibility is the result of the formation of a 

passive oxide layer.  In this case, it is a passive chromium oxide layer that protects the nickel 

from being released. 

3.2.3 Divergence From Base Material Response 

 Even though both NiTi and stainless steel are initially considered to be safe, their 

biocompatibility may be decreased from thermal effects of the joining process.  Elevated 

temperatures altering the grain size and oxide layer will result in a varied corrosion response.  

The melting temperature of NiTi is slightly lower than that of stainless steel.  Since we are 

hoping to only melt one material using laser autogenous brazing, we irradiate the NiTi during the 

laser scan.  This way we can ideally keep the entire part below the stainless steel’s melting 

temperature during processing.  The result on biocompatibility is that most of the laser 

modification of material properties is limited to the nickel titanium.  Several different methods of 

using laser surface treatments to increase NiTi’s corrosion behavior have been reported.  

Villermaux et al. used excimer laser treatment to thicken the oxide layer and increase uniformity, 

effectively increasing the biocompatibility of NiTi [24].  But in our case the laser treatment has 

been set to maximize the fracture strength of the joint, rather than to optimize oxide layer 
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where c and a represent the cathode and the anode, and β accounts for the activation polarization. 

 Joining dissimilar metals results in a galvanic couple, in which one of the metals is 

preferentially corroded.  Plotting the polarization curves of the materials on the same graph can 

predict how large the galvanic corrosive effect will be, where the corrosion potential and current 

for the joined part will be the point on the graph where the polarization curves intersect. 

 Mixed potential theory, as described above, is a method to roughly estimate the corrosion 

current of a joined sample.  But, it is restrictive in that it does not take into account the 

geometrical features and spatial distribution of the part.  The regions far from the dissimilar 

interface will have the same behavior as the base material response, indicating the corrosion 

current will decay as we move towards the outer regions.  A way to determine the anisotropy of 

current along the part is by calculating the Wagner Parameter.  The Wagner Parameter is defined 

as [29]: 

 
𝑊 = [𝜌

𝑑𝑖

𝑑𝐸
]

−1

= 𝜎𝑅𝑝 
(4) 

where ρ and σ are the resistivity and conductivity of the solution, respectively, di/dE is the slope 

from the polarization curve, and Rp is the polarization resistance.  Physically, the Wagner 

Parameter is the ratio of the resistance of the metal over the resistance of the electrolyte.  As this 

number gets large, the spatial distribution of current will become more uniform along the metal, 

and vice versa. 
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3.2.5 Numerical Modeling 

 

Figure 2  Visual description of the numerical model used for prediction of the galvanic current.  

Laplace’s equation is solved in the electrolyte PBS.  Material properties are taken into account as 

the relevant boundary conditions along the bottom border.  The function fi(φ) is the polarization 

response for the respective material. 

 A finite element model was created to determine the spatial distribution of the current on 

a joined wire sample.  The governing equation for this situation is the Nernst-Planck Equation, 

which describes ion flow in a fluid.  This is given as: 

 𝜕𝑐𝑛

𝜕𝑡
= ∇ ∙ [𝐷𝑛∇𝑐𝑛 − 𝑢𝑛𝑐𝑛 +

𝐷𝑛𝑍𝑛𝑒

𝐾𝐵𝑇
𝑐𝑛 (∇𝜙 +

𝜕𝐴̂

𝜕𝑡
)] 

(5) 

where n represents the species, c is concentration, D is the diffusivity of chemical species, u is 

the velocity of the fluid, Z is the valence of the ion, e is the electron charge, KB is Boltzmann’s 

constant, T is temperature, 𝜙 is the electric potential, and 𝐴̂ is the magnetic vector potential.  For 

application to our joined wires, the Nernst-Planck equation is solved in the electrolyte, and the 

wires get included as boundary conditions.  This setup is illustrated in Figure 2.  Azimuthal 

symmetry of the wires makes it possible to model this using only 2 dimensions.  We assume 
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there is no magnetic field present and that the electrolyte is stationary, electroneutral, and well-

mixed.  The well-mixed electrolyte leads to having no concentration gradient, i.e. ∇𝑐𝑛 = 0.  

These simplifications reduce Equation (5) to Laplace’s Equation: 

 ∇2𝜙 = 0 (6) 

 Using the results of the polarization tests now allows for inclusion of the stainless steel 

and NiTi material properties.  Let 𝐼𝑁𝑖𝑇𝑖(𝜙) and 𝐼𝑆𝑆(𝜙) be the respective polarization curves.  

Dividing these by the conductivity of the electrolyte, σ, gives the Neumann boundary conditions 

as [30]: 

 
∇𝜙 =

−𝐼(𝜙)

𝜎
 

(7) 

The laser irradiated region and the actual joint do not contain enough surface area to explicitly 

measure the polarization response by traditional methods.  But it is known that the polarization 

response of the mixed region of the joint lies in between the responses of the base materials [31].  

Therefore, 𝐼𝑁𝑖𝑇𝑖(𝜙) and 𝐼𝑆𝑆(𝜙) were averaged to produce 𝐼𝑚𝑖𝑥𝑒𝑑(𝜙).  In addition, a fourth region 

simulating the heat affected zone (HAZ) of the NiTi was also used.  The equilibrium potential of 

laser surface treated NiTi lies slightly more noble than that of the base NiTi [32].  Shifting the 

NiTi curve gives us the response of the HAZ of NiTi.  This setup was solved using COMSOL. 

 

3.2.6 Microbiology Testing 

 Electrochemical techniques that determine the rate of corrosion are an indirect way of 

determining biocompatibility, since assumptions on the effect of the ions released from corrosion 
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must be made.  A direct approach is to do hemolysis and cytotoxicity testing.  These are both 

microbiological tests that measure the interaction of the sample with various biological cells.  

Oftentimes implantable medical devices will be exposed directly to blood, as would be the case 

for a stent.  The amount of red blood cells destroyed from contact with the sample is determined 

via hemolysis testing.  Samples are exposed to a serum for 72 hours, and then brought into 

contact with rabbit blood samples.  When red blood cells are destroyed, they release hemoglobin, 

and the hemoglobin concentration is measured using a spectrophotometer [33].  The percentage 

of cells destroyed gets reported as the hemolytic index, where indexes ranging from 0-2 are 

considered to be safe, while anything above 5 is considered as hemolytic and non-biocompatible.   

 Similarly, cytotoxicity tests are used to measure cell death.  The wire samples are 

exposed to a serum, then this serum is extracted and placed into contact with a cell culture 

obtained from mice.  On a scale of zero to four, the amount of cell destruction is qualitatively 

determined as either non-toxic or toxic [34]. 

3.3 Experimental Procedure 

 Nickel titanium and stainless steel 304 wires with 762 µm diameters were used.  The 

composition of the NiTi is 54 at% Ti and 46 at% Ni, with the austenitic finish temperature below 

room temperature.  A conical apex angle of 90° was used for all the joints.  Rotation of 5000 rpm 

against 320 grit silicon carbide abrasive paper formed the cones on the end of the stainless steel 

wires.  The nickel titanium wires were first flattened on the ends using the same type of abrasive 

paper.  Then a 1143 µm diameter spot drill was used to form the cup-like shape.  Laser joining 

was achieved via an SPI redENERGY G4 fiber laser, with a wavelength of 1064 nm and 

operating in continuous wave mode.  Laser powers ranging from 13-17 W were used, and the 

rotation speeds ranged from 1500°/s to 3000°/s.  The laser started 1.6 mm away from the 
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interface, on the NiTi side, and then scanned towards the interface at a linear velocity, stopping 

0.1 mm before it reached the stainless steel. 

 Phosphate buffered saline (PBS) was used as the electrolyte for the corrosion tests.  As 

the end product is implantable medical devices, the PBS acted as a simulated body fluid to 

mimic the environment of the body.  The PBS was 1X concentration, whose components are 

0.138 M NaCl and 0.0027 M KCl.  The polarization responses of the nickel titanium and 

stainless steel were obtained following the methods of ASTM G5 [35].  All potentials are with 

respect to a Saturated Calomel Electrode (SCE).  Degradation testing was performed in vials 

containing 22 mL of PBS at 37°C.  Laser power was 17 W, and this time rotational speeds of 

1500°/sec and 2500°/sec were analyzed.  Three wire joints were placed in each vial, and 5 

duplicate vials were made.  Joints were removed in progressive intervals, at 1, 3, 6, 10, and 15 

days.  The leftover fluid, with corroded materials, was used for nickel concentration analysis via 

Inductively Coupled Plasma Atomic Emission Spectroscopy (ICPAES), following protocol of 

EPA 200.7 Rv. 4.4 [36].  Imaging of the corroded wires was carried out on a Hitachi-S47 00 

SEM.  Grain size and phase determination was achieved using electron backscatter diffraction 

(EBSD).  For the microbiology tests of hemolysis and cytotoxicity, ASTM756 and ISO 10993-5 

were used, respectively.  Cell line L929 was implemented for the cytotoxicity tests. 
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3.4 Results 

3.4.1 Polarization Tests 

 

Figure 3  Polarization response of metal samples in PBS solution.  The solid lines indicate 

measurements, while the dashed lines are approximations.  The more electronegative equilibrium 

potential of the NiTi will cause it to experience anodic effects, while the stainless steel is 

cathodic.  When the transition from the base materials goes through the two intermediary phases, 

the corrosion current gets significantly reduced.  This data was used for fi(φ) in Figure 2. 

 

 The results of the polarization tests are presented in Figure 3, where the solid lines are 

measured quantities and the dotted lines represent estimations.  Since the equilibrium potential of 

NiTi is lower than that of stainless steel, it is clear that the NiTi will act as the anode for the 

galvanic couple, resulting in more nickel ions being released into the electrolyte.  Mixed-

potential theory suggests that the corrosion of the joined wires will increase by at least a factor of 

ten compared to the base materials.  When the potential of the stainless steel rises above 0.2 V, 

the oxide layer breaks down, and the corrosion current rapidly increases.  The breakdown 
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potential of NiTi is not shown on the plot, but at some higher potential it would have similar 

behavior.  The polarization resistance for each material is extracted from Figure 3, and plugged 

into Equation (5) to determine the respective Wagner Parameters.  PBS has a conductivity of 

15,000 µmhos/cm.  This results in WNiTi = 43.5 m and Wstainless = 22.5 m.  Both of these numbers 

are rather large, suggesting a somewhat uniform current distribution. Although, the stainless will 

have a slightly less uniform response traveling away from the interface. 

 

Figure 4  Numerical simulation results for the distribution of the electric potential in the PBS 

solution.  The gradient of this field gives the direction of electron flow, and is denoted via the 

arrows.  At either extreme along the bottom boundary, the potential approaches the equilibrium 

potential of the respective material nearby. 

3.4.2 Corrosion Current Modeling 

 The electric potential of the PBS electrolyte is plotted in Figure 4, with the arrows 

indicating the gradient of this field, representative of the direction of current flow.  Using the 

results from the polarization tests, the spatial distribution of the electron current density was 
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determined across the wires.  This distribution is displayed in Figure 5.  The solid lines are the 

currents for corrosion in PBS, while the dotted lines are for comparison to the corrosion response 

in an electrolyte with 
1

10
 the conductivity of PBS.  Blood has a very similar nominal conductivity 

to that of PBS.  But, the orientation of the erythrocytes will greatly impact the conductivity.  This 

orientation could be dependent on whether the blood is flowing or stationary.  Blood flowing at 

high velocity can have a conductivity as low as 
1

10
 that of stationary blood [37], corresponding to 

the dashed lines in Figure 5.  Regions with positive values of electron flow are anodic, that is, 

these are the regions attacked by the galvanic couple, while the regions with negative current 

density are not releasing ions into the electrolyte and therefore are being galvanically protected.  

Both of the intermediary regions have lengths of 1 mm, corresponding to length of the laser 

interaction. 
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Figure 5  Distribution of electron flow along the lower boundary of Figure 4, corresponding to 

the corrosion current.  The dotted lines are for a electrolytic conductivity that is only 10% that of 

the solid lines, causing a more non-uniform distribution. 

 As is predicted by Wagner Parameter analysis, lowering the conductivity of the 

electrolyte results in a more non-uniform distribution of current density.  On the NiTi, the current 

adjacent to the HAZ is nearly 50% larger than that towards the end of the wire.  Since it has a 

smaller polarization resistance, the stainless steel is even more non-uniform, with the current 

across the segment varying by almost 100%. 

 Current densities for the PBS simulated model are more uniform, again consistent with 

the Wagner parameter.  We see that the stainless has more non-uniformity than the NiTi though.  

The NiTi lies slightly above 3x10-7 A/cm2, which is a rather low current.  This is desirable, and 

suggests that this galvanic pair is likely to have good biocompatibility properties, since the 

amount of nickel released into the electrolyte is not going to be excessive.  In a way, the HAZ 

NiTi and the mixed region act as stepping stones for the galvanic couple, effectively lowering the 
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predicted current.  Figure 3 suggests that if the NiTi was coupled directly to the stainless steel, 

the corrosion current would be on the order of 10-6.5 A/cm2, about 30% higher than the currents 

calculated using the numeric model.  In reality, the transition from the base NiTi to the HAZ is 

continuous (corresponding to the temperature gradient formed from thermal accumulation), 

rather than the step function that was defined in the model.  But, since we are unable to measure 

this transition using potentiostat testing, the simplified configuration was used. 

3.4.3 Nickel Release Tests 

 

Figure 6  Total amount of nickel released from joined samples as a function of time.  The two 

different processing parameters of low and high energy inputs have similar profiles, but are 

noticeably higher than the base NiTi.  This NiTi has undergone a previous heat treatment; non-

treated NiTi has a release profile higher than the treated samples in here in our case. 

 

For reasons previously described, the release of nickel from corroding NiTi is of the most 

concern.  Titanium ions will be released as well, but these are of much less biological concern, 

and the relative quantity of titanium released is known to be much less than that of nickel [38].  
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As such, the release of nickel will be our focus.  Plots of the nickel release as a function of 

exposure time in the PBS are presented in Figure 6.  While both of the parameters investigated 

release similar amounts of nickel, it is of interest to note that in some places the sample that was 

processed with a lower thermal input actually releases more nickel.  At first this may seem 

counterintuitive, but several physical phenomenon may help to describe why this is so, as will be 

described in subsequent sections.   

The most important characteristic is that both of the processed samples release 

significantly higher amounts of nickel than the base NiTi does.  Before the laser joining process, 

the NiTi has previously undergone a thermal treatment to optimize the oxide layer so that 

minimal nickel is released.  In comparison to other reported nickel release rates, it is noted that 

even our joined samples release less nickel than most untreated NiTi does [4], showing that laser 

autogenous brazing conserves the biocompatibility of the base materials. 
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Figure 7  Optical images comparing the interface regions for two different laser power levels.  

Both underwent a rotational speed of 3000°/sec, (a) had a laser power of 15 W while (b) was 

irradiated at 13W.  The HAZ of the NiTi progresses through several regions before the material 

starts to bow out at the interface. 

 

3.4.4 Morphology & Thermally Induced Changes 

The regions where the galvanic current is the highest and where the NiTi is directly 

irradiated overlap with each other, resulting in competing effects in terms of influencing the 

corrosion current and nickel ion release.  Overmelting results in a larger mixed and deformed 

region at the interface, which will not have a uniform oxide layer, and is seen in Figure 7.  

Surface roughness and cracks in this region also are more susceptible to crevice corrosion, 

suggesting higher processing powers will increase the amount of corrosion.  This is illustrated in 

Figure 9, which shows images of the surface in this deformed region after 6 and 15 days of 

corroding. 
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Figure 8  SEM image of the outside interface for a joined sample.  Roughness and non-

uniformity is evident in this region, making it susceptible to effects such as pitting and crevice 

corrosion. 
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Figure 9  Surface corrosion at the mixed interface region after 6 days (a) and 15 days (b) of 

exposure to the simulated body fluid.  Both samples were joined at 17 W and 1500°/sec.  Rather 

uniform texture is seen in (a), but this surface becomes much rougher as corrosion proceeds, as 

evidenced by the sharper regions found in (b). 

An optical micrograph of a longitudinally sectioned joint is presented in Figure 10.  Only 

the bottom half of the wires is represented, as the top half is symmetric.  Many different regions 

are seen on the nickel titanium side.  Colloidal silica was used in the final polishing step for this 
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sample, which acts as a mild etchant to help identify grain distribution and size.  The grains 

nearest to the interface are the largest, which can be attributed to the thermal accumulation 

occurring in this region.  As discussed by Satoh [39], the grain size will gradually decrease as we 

move away from the interface.  In the non-HAZ regions of the NiTi, the grains are too small to 

see using optical microscopy.  Electron microscopy can be used to increase the resolution and 

magnification.  Figure 11 is an EBSD map illustrating the grain size and distribution of the NiTi 

in a region further removed from the interface.  Each color represents a unique grain.  Many of 

these grains have diameters less than 200 nm.  Pretreating the material and cold-working is used 

to refine the grain size to this small value, as described by Crone [40], which is done for 

mechanical property considerations.  The corrosion current will increase as the grain size is 

decreased, which can be expressed as [41]: 

 
𝑖𝑐𝑜𝑟𝑟𝑜𝑠𝑖𝑜𝑛 = 𝐴 +

𝐵

√𝑔𝑟𝑎𝑖𝑛 𝑠𝑖𝑧𝑒
 

(8) 

where both A and B are material constants.  This relationship arises from the fact that grain 

boundaries are weaker, and more susceptible to releasing ions into the electrolyte.  Higher 

temperatures reached during processing will result in larger grains being formed.  Thus from a 

grain size argument, wires processed with higher laser input will have lower corrosion currents.  

Amorphous NiTi is even more corrosion resistant and has a higher pitting potential, because it 

lacks grain boundaries [42].  But, amorphous NiTi is much harder and is difficult to shape or 

machine into complex parts.   
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Figure 10  Optical micrograph at the interface of a longitudinally sectioned sample.  Distinct 

grains are clearly visible in the NiTi on the left hand side, with size increasing nearer to the 

interface.  The inset shows an enlarged image near the outer edge, where the combination of 

stress and elevated temperatures resulted in dynamic recrystallization.  This is a region that 

recrystallized without having reached the melting temperature. 

 

Figure 11  EBSD unique grain map in a region of NiTi far from the interface.  The rather small 

grain size may be an effect of previous cold working.  When compared with the sizes of Figure 

10, it is clear that the thermal accumulation of the interface results in significant grain growth. 

 This phenomenon means that we will have competing effects for the corrosion current 

that flows.  The effect of the galvanic couple is that the corrosion current near the interface will 

be increased, but the larger grains in this region will try to resist this increase in corrosion.  The 
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gradual, continuous increase of grain size near the interface suggests that melting of the NiTi has 

not occurred.  Grain growth in the solid state occurs when atoms in the grain boundary attach 

onto an adjacent grain, in order to decrease the grain boundary energy.  Any melting would have 

been accompanied by a region that has smaller grains, which had been quenched by the cooler 

stainless steel side.  The inset of Figure 10 shows a larger version of the peculiar refined region 

found near the outside of the NiTi.  This line is composed of a string of smaller sized grains, 

while the grains above and below it have similar sizes to the bulk of the material.  This cannot 

simply be a melted region, since the grains at the outside of the wire (which underwent direct 

laser irradiation) would also have to be smaller in this case.  Instead, dynamic recrystallization 

may be occurring in this region.  Dynamic recrystallization is a phenomenon whereby the 

combination of stress and elevated temperatures can nucleate new grains [43].  In NiTi this can 

occur 1073-1273 K [43], well below the NiTi melting temperature of 1583 K.  As can be seen in 

Figure 10, the recrystallized region is aligned with the outside edge of the stainless steel wire, 

which may account for a localized stress concentration, sufficient for dynamic recrystallization. 

 
Figure 12  EBSD phase map in a HAZ of the stainless steel.  At elevated temperatures, stainless 

steel may become sensitized by precipitation of chromium along grain boundaries.  This is a 

representative image of the whole region, and chromium precipitation was never detected.  Thus, 

the biocompatibility of the stainless steel is not harmed by the laser joining process. 
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 On the right hand side of Figure 10 is the stainless steel, which has a rather uniform 

morphology.  That is, the thermal input from the laser appears to change very little of the 

structure.  Since the laser never directly irradiates the stainless steel side, it is clear that minimal 

heat affected zones should be present in the stainless steel.  Even if the laser happened to cross 

over the interface, it would not be much of a concern for the corrosion response of the stainless 

steel since it is known that laser surface melting of stainless steel helps to increase its corrosion 

resistance [44].  But the reason that irradiation of the stainless steel is avoided is that keeping the 

stainless steel below its melting temperature prevents mixing and brittle intermetallic formation, 

subsequently decreasing the mechanical strength of the joint.  The region near the interface along 

the bottom appears to have melted and resolidified into a smaller grain structure.   

 Grain growth is not the only thermal effect that could occur in the materials.  Elevated 

temperatures may result in some of the materials’ components precipitating out, and thus altering 

the corrosion behavior.  In stainless steels, chromium is insoluble in iron from 425°C to 815°C, 

so chromium carbide will precipitate out at the grain boundaries resulting in depleted regions 

[28].  These chromium depleted regions (along the grain boundaries) will be more susceptible to 

corrosion, with this process being referred to as “sensitization.”  Microgalvanic corrosion then 

occurs, because the regions with less chromium are more active in the electrolyte.  Detection of 

this can be done via EBSD.  Figure 12 shows an EBSD phase detection map in one of the most 

heat affected zones of the sample from Figure 10.  No chromium precipitates are detected.  

Multiple scans were performed across several different samples, and evidence of chromium 

precipitation was never detected.  This suggests that the stainless steel does not stay at the 

elevated temperature for a sufficient time for precipitation to occur, indicating again that the 
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autogenous laser brazing process does indeed input only the minimum amount of energy 

necessary for joining.  Similarly, the NiTi may undergo thermally induced precipitation as well.  

EBSD analysis was also performed on regions of the NiTi side, looking for precipitate formation, 

as seen in Figure 11.  But, no evidence of precipitates were formed in the NiTi either, which is 

beneficial for keeping the material properties of the processed wires as similar to those of the 

base material as possible.  The small initial grain size may act as a barrier to precipitation 

forming, especially of Ni4Ti3 [45]. 

 
Figure 13  Images of the border of the heat affected zone and base material in the NiTi, as 

indicated by the inset region of Figure 1.  More corrosion is evident in the lower power sample 

of (a) than for the higher power of (b).  This is evidence that more intermetallic formation at the 

interface may act as an electrical resistance, effectively reducing the flow of the galvanic current. 
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 Even though no precipitates are formed in the heat affected zone of the NiTi wire, this 

region still has an altered corrosion response to the PBS electrolyte.  Since the temperature 

distribution is very uniform in the axial direction, because of the high rotational velocity, the heat 

affected zone on the surface of the wires is essentially one dimensional.  SEM images of the 

border of the heat affected zone with the base material of two samples are presented in Figure 13.  

Both of these samples underwent corrosion for 15 days, with (a) being processed with more laser 

energy than (b).  It is clearly evident that the lower energy sample undergoes more corrosion in 

this case, which agrees with the results found via the nickel release tests.  But, it is interesting to 

note that this occurs on both sides of the HAZ boundary.  At higher heat inputs, the width of the 

mixed interface will become wider than that of lower powers.  The presence of additional new 

material phases, such as TiFe2 and TiFe, may act as electrical insulators.  With respect to mixed 

potential theory, a resistance will shift the corrosion current to the left of the intersection in 

Figure 3, effectively decreasing the amount of galvanic current that flows.  Additionally, this 

could also be attributed to the larger grains in the more heated sample. 

3.4.5 Cytotoxicity and Hemolysis 

 Two different processing parameters were tested for their biocompatibility using 

cytotoxicity and hemolysis testing.  The largest difference in laser effects on the wires was 

desired, while still having joints that were mechanically strong.  Both sets were rotated at 

3000°/sec during laser irradiation, but the power was 13 W for the low end and 17 W for the 

high. 

 For the cytotoxicity, both the low and high power samples returned toxicity grades of 

zero, indicating they are both non-toxic.  At first this may seem unenlightening, but it does lead 
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to an important realization.  A window containing the processing parameters that result in good 

tensile strengths has been reported by the authors in a previous work [9].  The parameters used in 

these microbiology tests fall on the low and high ends of this window, indicating that the range 

of parameters useful for achieving high strengths corresponds to a non-cytotoxic range.  If a 

significant trade-off between strength and biocompatibility was found, this would be detrimental 

to the applications of the autogenous laser brazing process. 

 

Figure 14  Hemolysis testing for two different laser processing parameters.  Slightly more 

hemolytic properties are found in the sample irradiated with higher energy, but both are well 

within the biocompatible, safe zone.  Error bars indicate standard error. 

 Hemolysis testing is more sensitive than cytotoxicity, and is capable of detecting 

differences between the samples’ processing parameters.  As seen in Figure 14, samples 

irradiated at 13 W were found to have a hemolytic index of 1.6, while the samples irradiated at 

17 W had a hemolytic index of 1.8.  The standard error is 0.9, so the difference of the two 

parameters lies slightly outside of this uncertainty.  Having a hemolytic index of less than 2 is 

considered to be non-hemolytic, so both of the parameters are within this safe zone.  But the 17 
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W wires are approaching this upper limit.  The base materials of unprocessed NiTi and stainless 

steel are known to have hemolytic indexes in the range of 0.2 to 0.4 [16].   

3.5 Conclusion 

 The range of processing parameters investigated here has been shown in a previous study 

by the authors to have drastic effects on mechanical strength [9].  But the biocompatibility across 

this range is found to be quite similar.  This is beneficial for the application of autogenous laser 

brazing.  If the parameters giving the strongest mechanical strength were different from those 

that provide good biocompatibility, implementation of the autogenous laser brazing process for 

manufacture of implantable medical devices would be restricted.  We have found that many 

different factors influence the biocompatibility of the joined samples.  Fortunately though, the 

differing effects appear to counter act with each other, and the end result is that the joined 

samples are slightly less biocompatible than unprocessed NiTi, but still lie within a safe range for 

implantation into the body. 

 

 



88 

 

Chapter 4:  Material Influence on Mitigation of 

Stress Corrosion Cracking via Laser Shock 

Peening 

 

4.1 Introduction 

When choosing which materials to implement into engineering designs what may often go 

overlooked is how mechanical stress influences corrosion behavior.  Stress corrosion cracking 

(SCC) is a phenomenon where a corrosive environment effectively lowers the fracture strength of 

a material.  Rather than traditional failure by corrosion, which is evident by a slow dissolution of 

the material, SCC occurs without warning.  This lack of visual clues is what makes SCC of 

concern; its sudden cracking can lead to unpredictable, catastrophic failure of integral parts.  The 

biggest problem from a design perspective is that stress corrosion cracking is difficult to make 

conclusive predictions of when and where it will occur.  It is highly dependent on the specific 

material/environment pair, where a material that is resistant in one environment may become 

dangerously susceptible to SCC in other environments. 

The stress required for SCC can either be externally applied or be a residual stress from 

previous manufacturing processes.  Some situations where this occurs are pipe taps and fittings, 

nuclear reactors, pressure vessels, or high strength pipeline steels.  Brass is machinable and 

generally considered as corrosion resistant, but it is still susceptible to SCC, and when this does 

occur it can cause excessive damage.  Small concentrations of ammonia are found to be the main 

cause for brass’s failure by SCC, where even the low concentrations found in drinking water can 

be problematic [1].  Residual stresses caused during installation --such as tightening of threaded 

components-- can cause material failure.  Other residual stresses, most prominently those caused 



89 

 

by welding, can make a material susceptible to SCC.  Many of the pipelines found in chemical 

processing plants are at risk, as are pipelines for distribution of gases.  Recently, a natural gas 

pipeline rupture was attributed to SCC, where a combination of the internal pressure and corrosive 

gas as well as the external soil moisture and movement combined to cause failure [2].  Another 

critical example of SCC’s concern is in nuclear reactors, where susceptibility and cracking has 

been extensively documented [3].  Additionally, the elevated temperatures and exposure to 

radiation compound the concern for premature failure of reactors. 

With the identification of SCC’s potentially catastrophic effects, the question arises as how 

to prevent this phenomenon from occurring.  While proper selection of materials does help, 

sometimes further enhancement of a material’s SCC resistance must be provided by surface 

processing treatments.  Shot peening has been identified as potentially beneficial, attributed to 

imparting a compressive residual stress upon the surface of the material [4].  But the macroscopic 

morphological changes caused by this process may be undesirable, and the precision unsuitable 

for small parts.  Another method is heat treating the final piece to relieve residual stresses, but this 

is not always practical, especially on large parts such as nuclear reactor cores.  Furthermore, the 

additional effects of heat treating (grain refinement, oxide or precipitate formation) may be 

undesirable. 

Laser shock peening (LSP) is a surface treatment process that has the potential for helping 

to mitigate the effects of SCC without damaging other characteristics of the material.  While 

originally developed for increasing the fatigue life of materials, LSP uses laser generated shock 

waves to impart compressive residual stresses onto the surface [5], with affected regions as deep 

as 1 mm into the metal, much deeper than traditional shot peening.  Another benefit of LSP over 

other processes is that it maintains minimal changes on overall feature morphology and metallurgy, 
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thus avoiding the requirement of modifications to the design.  The capability of LSP to prevent 

SCC has previously been investigated by several researchers.  For example, LSP treatment of 

stainless steel has been found to increase the time-to-failure in boiling MgCl2 solutions of U-bend 

specimens, where the improved behavior was attributed to the residual compressive stress 

counteracting the applied load [6].  While this is a simple explanation of beneficial effects, it does 

not capture the overall phenomenon, namely, the electrochemical effects are not taken into 

consideration.  Even though LSP does not impart any thermal effects on the surface, it still causes 

significant changes to the surface chemistry and microstructure.  As proof, multiple researchers 

have shown that LSP treatment increases the rest potential of metals during polarization testing 

[7].  Increased rest potentials are indicative of more inert surfaces, but in most cases it was found 

that over time the rest potential decayed back towards the initial, untreated level.   

Across these previous investigations it is clear that LSP has the potential to effectively 

reduce the effects of stress corrosion cracking.  But the mechanism driving the SCC resistance 

improvement has yet to be fully understood, where achieving this understanding could lead to 

identification of scenarios that would benefit the most as well as optimization of the process.  In 

this paper we work to provide a further description of the mitigation effects imparted by LSP, not 

just including stress analysis but also by providing a discussion of the microstructural and 

electrochemical changes that make LSP a valuable tool for SCC mitigation, as well as differences 

caused by material characteristics. 

4.2 Background 

 Mechanisms of Stress Corrosion Cracking 

Several different failure mechanisms have been proposed to explain the occurrence of SCC, 

but no definitive consensus has been reached.  This may be a result of different mechanisms 
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dominating under different circumstances.  Some of these theories are hydride formation, 

hydrogen enhanced decohesion, hydrogen enhanced localized plasticity, and adsorption-induced 

dislocation emission [8].  In many cases the most preeminent factor and common theme is the 

effect of hydrogen.  Hydrogen present in the corrosive environment can have negative effects by 

penetrating into the microstructure of the metal, known as hydrogen embrittlement.  When a 

material is stressed in tension, and the crystal lattice is elongated, hydrogen’s diffusivity becomes 

even more exaggerated.  The additional hydrogen atoms within the already stressed lattice may 

push the material over its threshold by weakening the atomic bonding, and result in failure.  But 

developing a simple relationship between applied stress and SCC occurrence cannot be achieved 

[9], illustrating the unpredictable nature of the phenomenon. 

Once it has penetrated the metallic surface, the distribution and location of hydrogen 

throughout the lattice is important.  Grain boundaries act as high diffusivity paths, allowing for 

deep penetration of hydrogen [10].  Cold working generates dislocations within the lattice 

structure, and these dislocations act as hydrogen trapping sites.  It is most likely that the hydrogen 

atoms will be found in the trapping sites rather than interstitial locations [11], and as a result the 

solubility of hydrogen raises with increasing dislocation density.  With excessive amounts of 

hydrogen present, a material’s lattice becomes stressed and subsequently its hardness is increased 

[12].  This enables measuring hardness increases in materials exposed to hydrogen containing 

environments to be used as an indicator of the amount of hydrogen that has penetrated into the 

lattice. 
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 Laser Shock Peening 

The physical configuration for LSP processing consists of an ablative layer placed in 

between a target surface and a confining layer [13].  Since the confining layer is transparent to the 

laser’s wavelength, upon irradiation the laser beam passes through this layer and is absorbed into 

the ablative layer.  Using a sufficiently intense laser beam instantly vaporizes the ablative layer 

causing it to expand.  But the confining layer restricts the expansion, and thus a shock wave is 

generated and travels into the material resulting in a compressive residual stress [14].  The metallic 

surface does not undergo any thermal effects, as all of the laser energy is absorbed by the ablative 

layer. 

An important characteristic of materials’ corrosion responses is the formation of a surface 

oxide layer.  This layer can help to passivate the material, preventing the occurrence of further 

corrosion.  Stainless steel, for example, achieves its corrosion resistance from the formation of a 

chromium oxide layer, which encases and protects the iron.  Thickness and uniformity of such 

oxide layers are very important, and therefore, any surface processing treatment has the potential 

to negatively impact the oxide layer.  Additionally, the stress state on the surface influences the 

formation of oxide layers as well [15].  Surface roughness also plays an important role in the 

initiation of stress corrosion cracking.  Within crevices on a material’s surface, hydrolysis may 

acidify the electrolyte so that the pH within the crevices does not match the pH of the bulk solution.  

This causes an increase in the surface’s anodic reactions.  In this case, the applied stress works to 

open up and expose more surface crevices. 
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 Dislocation Generation 

During LSP processing, the material experiences extremely high strain rates as the shock 

wave propagates through it, reaching levels as high as 106 s-1.  This causes plastic deformation [16] 

as well as the formation of many lattice dislocations.  As stated above, dislocations act as trapping 

sites for hydrogen, whereby LSP can be used to alter the hydrogen behavior and distribution within 

the lattice.  Hydrogen’s solubility increases with dislocation density and subsequently its 

diffusivity decreases as described by the following equation [17]: 

                                             𝐷 = 𝐷𝐿
𝐶𝐿

𝐶𝐿+𝐶𝑥(1−𝜃𝑥)
    (1) 

where D is the effective diffusivity, DL is the normal (defect free) diffusivity, CL and Cx are the 

concentrations in the lattice and trapping sites, and θ is the population fraction of available trapping 

sites. 

Upon plastic deformation, the rate at which dislocation density increases will vary for 

different materials.  Dislocation generation by plasticity has three stages:  easy glide, dislocation 

multiplication by tangling, and dynamic recovery.  Each one of these stages can be numerically 

described in terms of the rate of change of dislocation density ϱ vs. shear strain γ, as derived in 

Malygin et al. [18].  For easy glide:  

                                                  (
𝑑𝜚

𝑑𝛾
)

𝑚
= 𝜒𝑚 = (𝑏𝜆𝑚)−1 = 𝛿𝑚𝑏−1                          (2) 

where b is the Burgers vector and λ is the average distance between dislocations and obstacles such as grain 

boundaries.  The second stage is described by: 

                                        (
𝑑𝜚

𝑑𝛾
)

𝑓
= 𝜒𝑓𝜚

𝑓

1
2⁄

             𝜒𝑓 ≈ 10−2𝑏                         (3) 

The third and final stage, dynamic recovery is when dislocation annihilation occurs, by dislocations of opposite 

signs coming into contact or by grain refinement: 
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               (
𝑑𝜚

𝑑𝛾
)

𝑎
= −𝜒𝑎𝜚                𝜒𝑎 =

𝜔𝑠

5
2⁄

𝜇

24𝜋2𝛼𝜏𝑐
= 𝑏−1𝛿𝑎               𝜔𝑠 ≈ 0.5               (4) 

where μ is the shear modulus, α is a dislocation interaction constant, and τc is the critical resolved 

shear stress.  Summation of the combined effects and rearrangement of variables yields: 

                   
𝑑𝜚

𝑑𝛾
 ~ (𝜎 − 𝜎𝑠)𝜃 =  

1

2
𝑚3(𝛼𝜇𝑏)2 [𝜒𝑚 + 𝜒𝑓 (

𝜎−𝜎𝑠

𝑚𝛼𝜇𝑏
) − 𝜒𝑎 (

𝜎−𝜎𝑠

𝑚𝛼𝜇𝑏
)

2

]           (5) 

where θ is the work hardening coefficient, σ is stress, and σs is the yield stress.  Thus, by use of 

Equation 5 the rate of change of dislocation density versus strain (deformation) can be estimated 

based on material characteristics. 

 Work Function and Corrosion Potential 

It is evident that the corrosive response of metals is dependent on surface characteristics, 

which leads one to desire ways to characterize the surface’s electrochemical behavior as it may 

lead to additional insights regarding SCC behavior.  One such characterization is to analyze the 

work function.  By definition, the work function is the amount of energy required to remove an 

electron from the surface, as expressed by the equation: 

                                                     𝑊 =  −𝑒∅ − 𝐸𝑓                                (6) 

where e is the elementary charge, ∅ is the vacuum electrostatic potential, and Ef is the Fermi Level.   

Oftentimes the work function is discussed regarding photoelectric devices, but it can also be 

applied to corrosion analyses, particularly as related to the open circuit potential during 

polarization testing.  A linear relationship between increasing work functions and increasing rest 

potentials has been reported, thus providing an empirical basis [19,20].  Examinations of the 

validity of this relationship have been made on iron surfaces exposed to humid environments, 
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where it has been concluded that work function analysis is an effective method for corrosion 

characterization [21]. 

Multiple factors can affect the work function, particularly stress, both applied and residual.  

The Fermi level depends upon electron density, leading some researchers to develop relationships 

between elastic stress and work function changes.  Based on density functional theory, Wang et 

al. have modeled the distribution of atoms in Cu(100) and how applied loads affect their density 

and thus work function [22].  They found that tensile strains decrease work function, while 

compressive strains cause work function increases.  While this provides a good basis, the plastic 

deformation caused by LSP further complicates the discussion.  Dislocations are lattice 

imperfections, regions where electrons may be more easily ejected from the surface.  Increasing 

the amount of plastic strain in copper samples results in both decreased work function and 

decreased corrosion potential [23].  The competing effects elastic and plastic strain have on work 

function is a trade-off that must be understood in order to fully maximize the benefits LSP has on 

SCC. 

 Processing Concerns 

With many different factors contributing to LSP’s influence on corrosion response, it is of 

concern that focusing on improving one aspect could actually result in harming another one.  This 

leads to concerns that overprocessing of the metallic samples will start to undo any beneficial 

effects that had been imparted.  For example, while initially austenitic, stainless steel can 

experience martensite formation upon excessive deformation.  The corrosion response of 

martensitic phases differs from austenitic ones, thereby destroying the material’s homogeneity and 

thus decreasing the corrosion resistance.  Increased strain rates also cause more martensitic 
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formation [24], making this a particular concern for LSP.  Cold working of metals may result in 

grain refinement.  While grain refinement is sometimes desirable for strengthening a material, 

from a corrosion standpoint it can be harmful.  Grain boundaries have lower work functions than 

the grain interiors, so increased amounts of grain boundaries by grain refinement may therefore be 

detrimental.  Conversely, grain refinement could act as a barrier to crack propagation and have a 

beneficial effect on the SCC response.  These concerns illustrate that in order to optimize the LSP 

process for SCC resistance, all of the underlying effects must be understood, where simply 

continuing to impact the surface with as many laser impulses as possible will not be the most 

effective approach. 

4.3 Experimental Procedure 

Three different materials were investigated:  stainless steel 304, AISI 4140 and 260 

cartridge brass.  The stainless steel had a brushed satin finish and a thickness of 1.22 mm, the 4140 

high strength steel was 2.4 mm thick, while the brass was 1.6 mm thick.  The confining layer for 

LSP was 6.35 mm thick acrylic, and black electrical tape was used as the ablative layer.  A 

Continuum NY61 Nd:YAG laser, operating at 1064 nm provided 17 ns laser pulses at a repetition 

rate of 20 Hz.  Laser spot sizes ranged from 0.9-1.1 mm in diameter while pulse energies ranged 

from 125 mJ to 300 mJ.  Topography measurements were made with a Zygo Optical Profilometer.  

For the U-bend testing, two-stage bending was performed as specified in ASTM G30, with a radius 

of curvature of 4.05 mm for the stainless steel and brass, and 8.5 mm for the 4140 steel.  A 25 mm 

long region was LSP treated in the center of the samples before bending.  The stainless steel 

samples were exposed to a boiling magnesium chloride solution at 155 °C, the brass to Mattsson’s 

Solution at room temperature, and the 4140 steel to 3% NaCl at 80 °C.  A PANalytical Xpert3 

Powder XRD was used for microstructure analysis and martensite detection, and a Hitachi S-4700 
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Scanning Electron Microscope (SEM) was used for imaging.  Cathodic charging was performed 

in 1M sulfuric acid at a current density of 800 mA/cm2 for 30 minutes.  Work function 

measurements were made on a Bruker Dimension FastScan AFM operating in Peak Force KPFM 

mode and using PFQNE-AL probes.  The FEM model was implemented in ABAQUS. 

4.4 Results & Discussion 

 Surface Morphology 

Characterization of the surface morphology is first performed to understand the impact the 

LSP treating had on the surfaces.  Figures 1 & 2 show optical profilometer measurements across 

LSP indentations, where the two lines are measured in perpendicular directions.  Figure 1 is a 

stainless steel sample irradiated at 250 mJ showing indentation depth of slightly over 3 µm.  As 

compared to the stainless steel sample, a brass sample processed with the same parameters has a 

similar depth, but it is clear that the roughness within the indentation is much higher on the brass.  

Much more surface deformation has occurred, such as the emergence of large slip bands, and this 

result could be potentially harmful to the brass.  Increased surface roughness provides the corrosive 

environment more cracks and crevices to penetrate into, and as such, smoother surfaces are 

generally more corrosion resistant.  But it is important to keep in mind the scale of this roughening.  

The indentations on the stainless are large and smooth enough that they should not cause any 

detrimental effects such as crevice corrosion or local acidification of the electrolyte.  As the laser 

scans across the surface it creates a uniform array of indentations, of which a 3D topographical 

map is shown in Figure 3 for a brass sample.  This pattern is for 0% overlapping between adjacent 

pulses, and good uniformity of the surface indentations is seen across the samples. 
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Figure 1  LSP indentation profile of a stainless steel sample irradiated at 250 mJ with a spot size of 0.9 mm.  The 

two lines are traces across perpindicular directions. 
 

 

 

 

 

 

 

 

 

 

 

 

Figure 2  Indentation profile of brass LSP processed at 250 mJ.  More surface roughening effects are visible than on 

the stainless steel sample. 

The occurrence of any phase transformations was investigated with XRD.  Stainless steel 

samples were processed at 250 mJ, and then in attempts to induce excessive deformation, the 

samples were reprocessed one and two more times.  This gave three samples with either one pass, 

two passes, or three passes, where retreating the LSP sample compounds the shockwave’s effects.  

Austenitic stainless steel has large 2θ diffraction peaks at 43.58°, 50.79°, 74.70°, and 90.69°.  The 

presence of martensite would cause the emergence of new diffraction peaks, because of the 

different lattice spacing of the martensite phase.  Although other researchers have found 

deformation induced martensite in LSP treated stainless steel samples, we detected no martensite 

phases in any of our samples.  In terms of corrosion, this is a positive result, as martensite’s 

presence would be detrimental to the corrosion resistance. 
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Figure 3  Morphology of a patterned brass sample after LSP processing.  Individual indentations are still visible 

because of the 0% overlap condition. 

 Cathodic Charging and Hardness Increases 

While LSP is known to increase the surface hardness of metallic samples, the absorption 

of hydrogen also can cause increases in hardness levels near the surface [25].  Cathodic charging 

is thus an effective way for performing accelerated testing of hydrogen uptake in metallic samples.  

The excess electrons provided by the power supply react with the acidity of the corrosive 

environment to produce hydrogen molecules.  As the hydrogen permeates into the metal it locally 

stresses the lattice, resulting in the measured hardness increase.  Thus, the hardness changes are 

an indicator of the amount of hydrogen influence that each sample has experienced. 

 
Figure 4  Hardness increases after cathodic charging on stainless steel samples, caused by increased hydrogen 

absorption into the lattice.  The values on the abscissa correspond to the amount of overlapping between adjacent 

LSP pulses, and 2X indicates that the surface was treated with two passes.  As the level of LSP processing increases, 

the amount of hardness changes via hydrogen decreases. 
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Hardness increases induced by cathodic charging of stainless steel samples and 4140 high 

strength steel are plotted in Figures 4 & 5, respectively.  Vickers hardness (HV) is determined by 

the equation: 

                                              𝐻𝑉 = 0.0018544 × 𝐿
𝑑2⁄                                       (7) 

where L is the applied indenter load in grams, and d is the observed diagonal length.  Based on 

this relationship, and using our applied load of 100 gf, we can estimate that for HV=300 the 

indentation reached about 5 µm into the sample, indicating that by using the low indenter load we 

are measuring in the near surface regions that would experience the LSP effect.  Five different 

processing conditions are shown where the hardness for each respective treatment level is plotted 

before and after cathodic charging.  With increasing amounts of laser processing there is a clear 

decrease in the amount of hardness increase by cathodic charging.  For untreated stainless steel 

samples cathodic charging caused nearly 30% hardness increases, while all of the LSP treated 

samples underwent less than 10% increases, with the increase becoming statistically insignificant 

for the samples processed at 20% and two passes.  The high strength steel shown in Figure 5 

underwent lower percent increases from both LSP and cathodic charging, but shows the same trend 

as for stainless steel.  As this material is much less ductile than stainless steel, the 10% hardness 

increase in the untreated sample could still have significant detrimental effects. 
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Figure 5  Hardness increases of AISI 4140 steel after cathodic charging.  The level of LSP processing causes the 

hydrogen effects to be lessened, indicating mitigation to hydrogen embrittlement.  The percent increases are lesser 

than for the stainless steel show. 

LSP processing can influence the hydrogen behavior in various ways.  First, it may act to 

prevent the initial entry of hydrogen into the surface.  But once the hydrogen has entered the lattice, 

the dislocations generated from LSP will further prevent the hydrogen from diffusing deeper into 

the metal, where dislocations act as trapping sites for hydrogen.  If there is insufficient energy to 

remove hydrogen from trapping sites, diffusion will be prevented, causing the hydrogen to remain 

near the surface.  While a hydrogen enriched region is of some concern, the potential it has for 

decreasing the total amount of hydrogen that gets into the metal could be a strength of LSP for 

preventing SCC. 
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 U-Bend SCC Testing 

The U-bend tests provide the most definitive proof for the effectiveness of LSP processing 

on preventing stress corrosion cracking, as summarized in Table 1.  Stainless steel samples with 

no LSP processing fractured after 97±22 minutes, while samples LSP treated at 250 mJ and 3 

surface passes fractured after 160±7 minutes.  Failure time was defined as when crack propagation 

was observed which penetrated completely across the outer face of the sample.  This significant 

increase in fracture time is the result of several beneficial factors imparted on the stainless steel 

via LSP treating, as will be discussed.  For all of the samples, no evidence of general corrosion 

was visible.  That is, aside from close inspection to detect the cracks, the samples appeared as if 

they were not suffering at all from corrosion.  It is this aspect of SCC which makes it of great 

interest:  its ability to cause catastrophic failure on apparently non-corroded parts. 

 

Material 
Corrosive 

Environment 

Time to Failure 

(untreated) 

hours 

Time to Failure 

(with LSP 

treatment) 

Percent Increase 

Stainless Steel 

304 

155 °C 

Magnesium 

Chloride 

1.62 ± 0.37 2.67 ± 0.12 65% 

Figure 6  SEM micrograph of the side of an untreated stainless steel U-bend specimens after 1 hr of exposure to boiling 

magnesium chloride.  
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High Strength 

Steel 

AISI 4140 

80 °C 

3% NaCl 
114 ± 33 160 ± 15 40% 

260 Brass 

20 °C 

Mattssons 

Solution 

20 20 0% 

Table 1  Summary of U-bend stress corrosion testing.  The corrosive environments have been to chosen to 

provide the most susceptibility to SCC for each material. 

An image of the fractured surface of an untreated stainless steel sample is shown in Figure 

6.  In this, the samples were exposed to a boiling magnesium chloride solution for precisely 1 hour, 

and then removed regardless of observing failure or not.  In this way, comparisons can be made 

showing the benefits of LSP at a snapshot in time.  A dominant large crack can be seen in the 

center of Figure 6, nearly propagating through the entire thickness.  Two other minor cracks are 

also evident.  The large cracking did not occur on LSP treated samples after the 1 hour MgCl2 

exposure, but some smaller crack initiation was found.  While the sides of the specimens were not 

LSP treated, the cracking appears to initiate on the outer surface (bottom edge of images) which is 

the side that LSP processing was executed and also where the highest levels of tensile stress occur.  

At the edge of the sample, if the crack begins propagating across the outer surface, catastrophic 

failure will be inevitable.   

(a) (b) 

Figure 7  Untreated (a) and LSP treated (b) images showing the edge of stainless steel U-bend samples, where the bottom 

part of these images is the outer surface.  LSP prevents cracks from propagating onto the outer surface in (b). 
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On the untreated sample in Figure 7a it is clear the propagation does occur in both 

directions, as this figure is taken at an angle showing both the side and the outer face of the sample.  

In the treated samples, as seen in 7b, the crack is prevented from propagating down the front, LSP 

treated surface.  This effect of preventing existing cracks from propagating onto the LSP treated 

surface is most likely the result of the compressive stress induced by the processing.  Even though 

these samples are in tension because of the U-bending, having an initial compressive stress lowers 

the amount of tensile stress found in the final form [6].  Furthermore, not only does LSP treating 

prevent crack propagation, but it also prevents the formation of cracking, as illustrated in Figure 

8.  This image is of the outer surface of an untreated sample, showing that after 1 hour of 

magnesium chloride exposure cracks begin to form.  Conversely, no initiation was found on the 

LSP treated samples.  While the mechanical compressive stress definitely plays a role, other factors 

to be discussed later become nearly as significant. 

Etching the fractured surface enables examination of the failure type differences between 

the untreated and treated samples, which can be seen in Figure 9.  The untreated samples have both 

large intergranular cracking and many smaller branches with transgranular failure characteristics.  

Figure 8  Outer U-bent face for untreated stainless steel samples.  Indicated by the arrow, cracking has occurred for the 

untreated sample, but was been prevented from occurring on the LSP treated sample. 
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Conversely, the treated samples showed only intergranular failure without the occurrence of 

branching.  The differences in fracture mode should be considered while remembering that 

hardness increases suggest the presence of more hydrogen in the untreated samples than the treated 

ones.  Hydrogen’s presence within the grains may effectively reduce their fracture toughness, via 

hydrogen enhanced decohesion, allowing cracks to propagate directly through these weakened 

grains.  Processing by LSP has also been shown to increase the grain size uniformity [26].  Since 

non-uniformity will result in the stress not being evenly distributed across grains, certain grains in 

non-LSP treated samples may be at increased risk to failure, and thus suffer from transgranular 

failure. 

LSP processing was also found to increase the time to failure of AISI 4140 high strength 

steel in U-bends exposed to 3% NaCl at 80 °C, simulating conditions found in certain marine 

environments.  Untreated samples experienced failure after 114±33 hours, while LSP treated 

samples lasted 160±15 hours.  The LSP samples were treated with three passes at 300 mJ pulse 

energies with a 1 mm spot size and zero overlap of adjacent pulses.  As opposed to the stainless 

steel failing by a single catastrophic crack propagating, many adjacent cracks formed 

Figure 9  Optical micrographs of etched stainless steel samples exposed to 1 hr of boiling magnesium chloride.  (a) has 

not been LSP treated, and shows a combination of transgranular and intergranular fracture.  (b) has been LSP treated, 

where the fracture mechanism is now dominated by intergranular fracture.  The effects of increased hydrogen 

penetrating the lattice in (a) may cause the transgranular failure. 
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simultaneously in the high strength steel samples, as seen in Figure 10.  The different SCC 

mechanisms can be attributed with this variation.  Passive layer breakdown is often cited as a cause 

of SCC failure in stainless steel.  Once a particular location fails in the stainless steel, it is 

reasonable that sudden, localized failure will occur in the region, particularly if the underlying 

lattice has been weakened by hydrogen absorption.  Conversely, the high strength steel does not 

have the protective oxide layer, which is why simultaneous failure may occur across larger regions. 

U-bend testing of the brass samples found significantly different results than for stainless 

and high strength steel samples.  Namely, no increase of time to failure was observed on the brass 

samples that were LSP treated.  All of the tested specimens --ranging from untreated to 4 different 

laser processing parameters-- fractured at nearly the same time after approximately 20 hours 

exposure to Mattsson’s Solution.  Stress corrosion cracking can occur via different mechanisms, 

and this suggests that the mechanism present in stainless steel differs from that of the brass.  Also, 

material factors may further influence the cracking behavior, as discussed regarding work function 

changes in the following section. 

Figure 10  Multiple cracks found in an AISI 4140 U-bend sample LSP three times at 300 mJ.  Unlike the stainless steel, 

the high strength steel fails by many parallel cracks rather than one major failure. 
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Figure 11  Mises stress in Pascals overlaid on the final deformed shape of a U-bend specimen from FEM simulation. 

A finite element model was used for estimating the levels of stress in each of the U-bend 

samples.  Even though the bend geometry is the same for the stainless steel and brass (4 mm radius 

of curvature), their yield strengths and strain hardening result in differences.  Figure 11 shows a 

3D representation of the final geometry of a bent specimen, with a color overlay of Mises stress, 

showing that the highest stress magnitudes occur at the bottom and along the sides.  Tensile stress 

causes SCC, and a plot showing the tension on a path along the center of the outside (bottom) face 

is shown in Figure 12.  The peak stress experienced by the brass samples is nearly 100 MPa higher 

than that of the stainless steels, owing to the higher ductility of the stainless steel, and subsequently 

more plasticity occurring in the brass.  Since both of these levels are above the material’s yield 

strengths, dislocation generation from forming the U-bend does occur, potentially interacting with 

LSP’s effects and increasing the total amount of dislocations available for hydrogen trapping. This 

suggest that U-bend samples with lower induced stress would see even larger relative mitigation 

improvement from LSP processing.  


