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Time-resolved near-IR phosphorescence spectroscopy was
employed to determine the lifetime of singlet oxygen in
Y-zeolites and porous silica and it was found to depend
strongly on the alumina content of the zeolite.

Zeolites are inorganic crystalline solids consisting of enclosed
regular cavities or channels of well-defined size and shape,
that are widely used in industry in separation processes, such
as catalysts, and in nano-reactors."* Molecular oxidations of
hydrocarbons using zeolites as shape-selective catalysts have
become popular.*® In the past several years, an increasing
number of studies have been reported, showing that zeolite pores
provide an environment for photo-induced oxidation of olefins
with excellent selectivity.”* Many of these reported oxidations
involve singlet oxygen (‘O,), which was generated by photo-
sensitization using sensitizer dyes. The sensitizer dye adsorbed
on the zeolite surface (external or internal surface) after photo-
excitation and intersystem crossing produces triplet states, which
are quenched by ground state molecular oxygen (triplet oxygen,
30,) to generate singlet oxygen 'O,. The singlet oxygen molecules
diffuse through the zeolite pores to the substrate (e.g. olefin)
and oxidation can occur. The lifetime of singlet oxygen varies
many orders of magnitude depending on its environment." If
singlet oxygen is quenched by the zeolite surface during the
diffusion process, oxidation of the substrate may be inefficient.
Therefore, the knowledge of the lifetime of singlet oxygen in
zeolites is essential for an understanding of the mechanism of
the oxidation process. To the best of our knowledge, except for
one product-based estimate,” the lifetime of singlet oxygen in
zeolites has not been reported. Pace and Clennan estimated
the upper limit of the lifetime of singlet oxygen from product
yields of the oxidation of 2-methyl-2-heptene on methylene blue
doped NaY zeolite as 7.5 ps.” Because the product-based studies
can give only an estimate of the upper limit based on several
assumptions, a direct spectroscopic-based lifetime of 'O, in
zeolites is desirable. In this report we employed time-resolved
phosphorescence spectroscopy to determine the singlet oxygen
lifetime in different zeolites, and compare the results to the
lifetime of 'O, in porous silica.

For our studies we selected the ketones benzophenone,
xanthone, and thioxanthone (Table 1) as sensitizers of singlet
oxygen, because of their high triplet quantum yield and their
photostability."* Furthermore, these ketones possess good ab-
sorption properties at 355 nm, the emission wavelength of a
frequency tripled Nd:YAG laser, which we used to excite the
sensitizer. In addition, we selected the sensitizer dye thionine,
which is similar in structure to methylene blue, a popular singlet
oxygen sensitizer, but has a strong absorption at 532 nm, the
wavelength of a frequency doubled Nd:YAG laser. Popular zeo-
lites for oxidations are Y-zeolites [Na,(AlO,),(Si0,).], consisting
of accessible supercages (diameter ca. 13 A) and entry windows
of 8 A. The zeolites were activated and the sensitizers were loaded
(one sensitizer molecule per five supercages) using standard
methods published previously.!*51¢ Particular care was taken
to remove water traces from the zeolite samples by pumping to
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a vacuum of 1 x 107° Torr for at least two hours prior to the
measurements. Water is known to be an efficient singlet oxygen
quencher."?

Singlet oxygen possess a phosphorescence centered at
1270 nm,"” which we employed as an analytical tool to measure
singlet oxygen lifetimes in zeolites directly. The singlet oxygen
phosphorescence decay traces were measured as follows: zeolite
samples in a 0.2 x 1 x 4 cm quartz cell were irradiated with
pulses (355 nm or 532 nm, 10 ns, ca. 5 mJ pulse™") from
a Spectra Physics Nd:YAG laser (GCR-150-30). The singlet
oxygen phosphorescence at 1270 nm was collected and isolated
using a lens and filter system (interference filter, NB-170-010-B,
Spectrogon) and focused into a NIR sensitive PMT (H9170-4,
Hamamatsu). The photocurrent from the PMT was amplified
(SR 560 or SR 445, Stanford Research Systems) and stored on
a digital oscilloscope (TDS 360, Tektronix). Signal rise times of
~50 and ~500 ns were achieved using the amplifier SR 445 or
SR 560, respectively.

Fig. 1 shows representative luminescence decay traces at
1270 nm obtained after laser excitation of benzophenone loaded
NaY (Si/Al = 2.4). At an oxygen pressure of 1 atm, a strong
luminescence signal was observed (Fig. 1, left). Conversely, the
luminescence signal at 1270 nm was negligible after removal of
oxygen from the sample (vacuum of 1 x 10~° Torr). A short
component luminescence remained, which is probably caused
by scattered light from the excitation laser pulse. The strong,
long-lived luminescence was recovered after the sample cell was
refilled with oxygen (1 atm). Subtraction of both decay traces
from each other, the trace at 1 atm oxygen and the trace under
vacuum (Fig. 1, left), yielded the phosphorescence decay trace
of singlet oxygen (Fig. 1, right). The trace fitted to first-order
kinetics and showed a lifetime of 7.9 ps. Pace and Clennan
estimated a lifetime of singlet oxygen in NaY (Si/Al = 2.4)
of 7.5 pus from product studies (indirect method)”® which is
in good agreement with our singlet oxygen phosphorescence
lifetime (7.9 ps) (direct method).
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Fig. 1 Left: luminescence decay traces observed at 1270 nm after

excitation of benzophenone adsorbed on NaY (Si/Al = 2.4) under
vacuum and 1 atm O,. Right: the subtracted signal corresponds
to the phosphorescence decay trace of singlet oxygen. Dashed line:
experimental data; solid line: fit to a first-order decay kinetic.

In order to investigate the influence of alumina (or associated
cations) in the zeolite framework on the singlet oxygen lifetime,
NaY with a lower alumina content was used (Si/Al = 80).
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Table 1
porous silica

Lifetime of singlet oxygen () generated by sensitization with different sensitizers loaded into Y-zeolites of different ratio of Si and Al or a

Sensitizer Zeolite or silica type 7'0,/ps*

) NaY Si/Al = 2.4 (Zeolyst CBV100) 7.9 £0.1
benzophenone®

0O NayY Si/Al = 80 (Zeolyst CBV901) 35+l
benzophenone® . )

(e} Porous silica 40 A (80%), 120 A (20%) (Merck) 64 +2
benzophenone”

o) NaY Si/Al = 2.4 (Zeolyst CBV100) 49+0.1
xanthone®

o) NaY Si/Al = 2.4 (Zeolyst CBV100) 3.5+0.1
900
thioxanthone*

N LiY Si/Al = 2.4 (Zeolyst CBV100) 2.8+0.1

+
S

2
o

H,N NH,

o

thionine®

“ Excitation at 355 nm; loading: 1 sensitizer molecule per 5 supercages. ® Excitation at 532 nm; loading: 1 sensitizer molecule per 150 supercages.

¢ Statistical error limits from single exponential fit of decay curves.

A significantly longer singlet oxygen lifetime was observed
(35 ps; Table 1). Porous silica adsorbs sensitizers in a manner
similar to zeolites, but contains no alumina or cations. An even
longer singlet oxygen lifetime was observed in porous silica
(64 us; Table 1), which is consistent with a quenching role of the
alumina anions (or associated cations). Iu and Thomas reported
lifetimes of singlet oxygen in silica slurries in organic solvents
(benzene and cyclohexane) from 13 to 18 pus using pyrene and
2-acetonaphthone as sensitizers.'®' The authors attributed the
short singlet oxygen lifetime to quenching by adsorbed water
and silanol groups on the silica surface. In our experiments we
used dry silica powder, which was activated at 500 °C prior to
sensitizer loading and pumped to a vacuum of 1 x 10~° Torr
for at least two hours prior to the measurements. The absence
of solvent and the careful water removal probably caused our
longer singlet oxygen lifetime (64 ps). The quenching role of
water was verified by addition of ~20% water (w/w) to a zeolite
sample (NaY; Si/Al = 80) loaded with benzophenone. The
singlet oxygen phosphorescence was quenched in the presence
of water compared to the same sample before addition of water.

To investigate the influence of the sensitizer, zeolite samples
were loaded with different sensitizers: xanthone, thioxanthone,
and thionine. The observed singlet oxygen lifetimes are shown
in Table 1. The lifetimes are slightly shorter than those for the
zeolites containing benzophenone as sensitizers. The differences
in lifetime are assigned to singlet oxygen quenching by the
sensitizers. In addition, trace amounts of water, which are
difficult to remove, will reduce the singlet oxygen lifetime.

In summary, to the best of our knowledge, the lifetime of
singlet oxygen in zeolites was determined for the first time by
time resolved phosphorescence (direct method). The observed
lifetime of singlet oxygen depends strongly on the alumina
content of the zeolite framework; e.g. in NaY (Si/Al = 2.4)
a lifetime of 7.9 ps, in NaY (Si/Al = 80) a lifetime of 35 ps,
and in porous silica (no alumina and cations present) a lifetime
of 64 us was observed. In addition to the alumina anions, the
cations associated with the alumina probably play an important
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role in the quenching of singlet oxygen. A detailed study of the
dependence of the lifetime of singlet oxygen on factors such as
the type of exchangeable cations, sensitizers, water content, and
oxygen concentration is currently in progress and subject of an
upcoming publication.
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